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MnZn Ferrite Core Introduction

MnZn power ferrite core are used mainly for compact transformers and MnZn high-permeability ferrite core
for digital communication pulse transformers (signal transformers).. Important factors in the production of
high-performance ferrites include high material purity, appropriate chemical composition, appropriate
additives, uniform material quality, strict production processing and precise microstructure.

Yuxiang Magnetic Materials Ind. Co.,Ltd is a specialistin MnZn cores manufacturing. There are two
series available: low power loss cores and high permeability cores.

Applying fields for some of our products:

Power ferrite core series with around2500 and 2300 are mainly used in nettransformers,
communication transformers. energy-saving lamps and various inductors .

High , ranging from 5000 to 12000, are mainly used in power supply filters and transformers ,

and communications.
EER cores with round center leg offer ideal features for the design of SMPS transformers chokes.

RM cores are for high effective packing density.

U-type cores are used for power, pulse and high-voltage transformers.

EP and EPC cores are for compact transformer designs with high inductance and high economy of space.

Pot cores are intended for use in inductive proximity switches.

Usually all the magnetic coresin our Index were made without extra mold fee but customer
should acknowledge the necessity of new mould whenever sending a specialinquiry. we also
produce yourrequested core according to specific electromagnetic characteristics, shapes,
sizes and coatingtreatment.

Letourtechnical expertise and experience handle all of your requirements. We export a broad
range of sizes from our factories, We have ateam of engineers who lend their specialized skills into
technical design to meet your exacting specifcations. Samples are always handled and delivered as
quickly as possible. Tooling-up time normally takes less than three weeks for small size sample.
Send usyourspecificationstoday, and we will promptly meetyourdesignrequirements with
affordably-priced products.

/ Guarantees/Warranties/Terms and Conditions \

The quality of our products is guaranteed, Delivery guaranteed in 20 days after confirmation of order ,

Paymentterms are T/T or L/C at sight.
After Sales Service
After sales services such as insurance ,shipping ,customs ,export documents ,quality inspections ,and
maintenance are offered through our customer service center in Xiamen ,China.
Key contact person:
Susan Chen
Service department
Tel:86 592 2217138 2225286 2219816

vax:SG 592 2222216 2207122 /
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MnZn Power Ferrite Material Characteristics

Characteristics Materal Unit F2B F2BD F2B1 F2A F3
Initial Permeability uj 250071 25%]| 2500 F 25%| 2300 ¥ 25% | 24001+ 25%| 3000+ 25%
Amplitude Permeability uj / 3200min 3000min 3000min /
Saturation magnetic 25 mT 500 510 510 510 470

flux density
(H=1194A/M) 100 mT 390 390 390 390 370
25 mT 115 110 100 110 120
Remanence Br 100 mT 65 60 55 60 85
N 25 A/m 15 12 14 13 12
Coercivity 100 Am 12 10 9 65 70
25khz 25 kW/m? 164 / / / 168
Pev She wave| 100 kW/m: 154 / / / 154
Power | 100khz 25 KW/m: / 700 600 600 /
Loss 200mT 100 kW/me / 600 410 300 /
sine wave[ 120 KW/ / ] 500 380 /
Electrical resistivity -m 6.0 9 6.5 6.5 /
Curie temperature Tc 220 230 215 215 190
Density d kg/me 4810° 4810 4810 4810 4810°

Notes:*applied field 1600A/m;**atf=500kHz and B30mT .The values in each column are typical ones,
noincluding special requirements of customers ,it should be emphasized in contract if having special
requirement.

MnZn Power Ferrite Material Characteristics

Characteristics Materal Unit F2 F1.8 F2z F2 F5D
Initial Permeability uj 2000% 25% | 1800% 25%|2300% 25% | 2300+ 25% 5500+ 25%
Amplitude Permeability uj 3000 3000 3000 3000 /
S danaanetic. | 25 mT 500 510 480 500 500
(H=1194A/m) 100 mT 390 410 360 380 380
Remanence Br 25 mT 120 170 130 130 95
100 mT 85 / / / 55
Coercivity 25 Alm 12 11 16 14 7.0
100 A/m 7 / / / 5.8
16kHz 25 kW/m? 52.8 / / / /
Pev 150mT 100 KW/me 43.2 20.2 16.8 14.4 /
Power |64KHz200mT| 100 kW/me / 278.4 264.0 192.0 /
Loss 100KHz 25 kW/me / / / / 550
200mT 100 KW/m? / 528.0 480.0 432.0 1000
Electrical resistivity -m 6 3 5 3 6
Curie temperature Tc 220 200 200 200 210
Density d kg/m: 4810 4810 4810 4810 4810

Notes:The values in each column are typical ones, no including special requirements of customers, it should be
emphasized in contractif having special requirement.
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MnZn High Permeability Ferrite Material Characteristics

Characteristics Materals Unit F5 F7 F10 F13 Eii5
Initial Permeability uj 5000 + 30%| 7000% 30%|10000 * 30%|13000 * 30%[15000+ 30%
Relative temperature -0.5~2.0 | -0.5~2.0 | -0.5-1.5 | -0.5-3 |-0.5~2.0
Coefficient yijr 10% (20~60 ) | (20~60 ) | (20~60 ) | (20~60 )| (20~60 )

of initial permeability

Relative loss factor tan / uj (10kHz) 10/ 6 .5 6.5 7.0 7.0 7.0

Disaccommodation factor 6
DrF1 to 10 minutes 10 3.0 2.5 2.0 2.0 2.0

Saturation magnetic flux
density 25 mT 420 420

400 360 360
Bs(H=1194A/M)

Remanence 25 Br mT 140 100 90 100 100
Coercivity 25iee Hc A/m 8 7.5 7.2 4.4 4.4
Electrical resistivity Densityd -m 1 0.3 0.15 0.15 0.15
Curie temperature Tc 130 120 120 110 105
Density d kg/me 4.8 10° 4910° 4910° [49510° |4.9510°

Notes:The values in each column are typical ones,no including special requirements of customers, it
should be emphasized in contract if having special requirement.

Mnzn EMI | ittle Temperature coefficentw ide Temperature range Ferrite Material Characteristics

Characteristics Materals |  Unit FS5 FS7 FS10 FG FwW
25
+ 0
Initial Permeability uj 5500+ 3006 | 1o00- 30% 110000+ 30%|5000 * 25% 12000 30%

Relative temperature

Coefficient . . -0.52 .0 -0.52 .0 -0.52 .0 |02 .0725%

etncient yir 107/ (206 0) (206 0) | (206 0) [207 0 +25%
of initial permeability
Relative loss factor 25 B 10 30 30 <3.5 <8.0
tan / uj (LOkHz) 10 (100kHz) (100kHz) | (100kHz) | (10kHz) | (10kHz)
Disaccommodation factor ©
Dr1 to10 minutes 10 3.0 2.5 2.0 3.0 3.0

Saturation magnetic flux

density 25 mT 410 410 380 400 380
Bs(H=1194A/m)

Remanence Br mT 70 80 120 65 100
Coercivity Hc A/m 6.0 6.0 5.0 7.2 4.4
Electrical resistivity -m 1.0 0.2 0.2 0.15 0.15
Curie temperature Tc 130 125 120 140 110
Density d kg/me 4.810° 4.910° 4910° 4810° 4910°

Notes:The values in each column are typical ones, not including special requirements of customers,
it should be emphasized in contract if having special requirement.
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MnZn Power Ferrite Material

%ﬂwj«

EER CORES
ETD CORES 3
B
Type Dimensions(mm)
A B (5 D E F
EER25 25.3%0.6 9.340.3 7.5%0.3 7.5%0.3 19.8 6.2+0.3
EER28A 28.5%0.6 14.0%0.3 11.4%0.3 9.9+0.3 21.2 9.670.3
EE28B 28.5+0.6 16.970.3 11.4+0.3 9.9+0.3 21.2 12.570.3
ETD29 29.840.8 15.8%0.2 9.570.3 9.5+0.3 22.0 11.0%0.3
EER30 30.0+0.8 17.540.3 11.240.3 9.9+0.3 22.5 12.6%0.3
ETD34 34.2+0.8 17.3+0.2 10.8%0.3 10.8+0.3 25.6 12.1+0.3
EER35A 35.0+0.7 21.0+0.3 11.370.4 11.310.3 25.3 15.0+0.3
EER35/34B 35.0+0.7 16.870.3 11.3+0.4 11.3+0.3 25.3 10.8%0.3
EER35C 36.0+0.7 21.6+0.4 11.310.4 11.3+0.4 26.5 15.6+0.4
EER37 37.0+0.6 20.7+0.3 11.3+0.3 11.3+0.3 27.6 14.7+0.3
ETD39 39.1+0.9 19.8+0.2 12.610.4 12.5+0.3 29.3 14.6+0.4
EER40A 40.0+0.8 22.4+0.3 13.3#0.3 13.3+0.3 29.0 15.4+0.3
EER40B 41.0+0.8 22.4+0.3 13.3+0.3 13.3+0.3 29.3 15.4%+0.3
EER40C 40.0+0.7 22.9+0.3 13.3+0.3 13.3+0.3 29.5 15.9+0.3
EER40D 40.2+0.5 21.4+0.3 15.5+0.3 15.5+0.3 29.4 15.4#0.3
EER40E 40.0:08 23.0+0.3 13.3+0.3 13.3+0.3 29.0 16.0+0.3
EER40F 41.0max 22.8+0.3 13.3+0.4 13.340.3 29.5 15.8+0.3
EER40G 40.8 92 21.3+0.2 15.0+0.2 14.0+0.25 30.7 15.3+0.2
EER40H 41.0+0.7 24.0+03 13.0°0, 13.0%0 30.0 17.0%903
EER42A 42.0+0.8 22.0+0.3 15.203 15.2 =03 30.5 15.4+0.3
EER42B 42.0+0.8 21.240.3 15.2-02 15.2403 30.5 15.4+0.3
EER43A 43.0+0.8 22.7%025 15.5+0.4 15.5+0.3 30.7 15.7+0.3
EER43B 43.0+0.8 22.4+0.3 15.5+0.4 15.0+0.3 31.0 15.4+0.3
ETD44 44.0+1.0 22.3+0.2 14.8+0.4 14.8+0.4 33.3+0.8 16.5+0.4
EERZ5 45.0+0.8 24.0+0.3 14.8+0.4 14.8+0.3 32.0 17.6+0.3
EER49A 49.0+0.8 26.2+0.4 17.040.5 17.0+0.5 36.5 18.7°03
EER49B 49.0+0.8 27.0+0.3 17.240.4 17.2+0.3 36.5 18.7+0.3
ETD49 49.0+1.0 24.7+0.3 16.340.4 16.3+0.4 36.1 18.1+0.4
EERSU 50.5+0.8 27.0iA0.3 18.7iA0.4 18.7iA0.4 38.0 18.7i1A0.3
EERS3 53.2iA0.8 23.2+0.3 21.5+0.3 20.0%07 38.7 16.3+0.3
EERS4 54.2+0.8 25.1+0.4 18.9+0.4 18.9+0.3 40.5 17.5+0.3
EERSOA 56.0+0.8 30.7+0.3 20.4+0.3 20.4+0.3 440 22.9+0.3
EERSOE 55.9+1.0 29.0+0.4 243705 20.2+0.3 435 20.4+0.3
2,
Core parameter el A(nH/N")
Type c1 Ae le Ve (g/pr.) F2B F2BD F2B1
(mm-) (mm?) (mm) (mm?) (+25%) (+ 25%) ( +25%)
EER25 1.09 44.3 48.3 2140 12 2100 2050 1920
EER28A 0.79 82.1 64 5254 28 3120 3080 2870
EE28B 0.86 85.6 73.2 6266 33 2100 2660 2520
ETD29 0.95 73.6 70.6 5196 28 2500 > 2100 2200
EER30 0.99 85.5 75.4 6673 32 2800 2600 2500
ETD34 0.81 97.1 78.6 7632 40 2600 2450 2400
EER35A 0.84 107 90.8 9716 53 2960 2580 2600
EER35/34B 0.68 107 72.8 7790 51 3100 2770 2770
EER35C 0.84 107 90 9630 55 3100 2700 2700
EER37 0.8 112.1 90.5 10149 52.5 2960 2580 2600
ETD39 0.737 125 92.1 1151 60 3240 2800 2700
EER40A 0.66 149 98 14602 78 / 3500 3500
EER40B 0.68 149 102 15198 78 / 3500 3500
EER40C 0.67 149 100 14900 78 / 3400 3400
EER40D 0.50 187.7 93.9 17415 78 3830 3800 3300
EER40E 0.65 151 98.2 14828 77 / 3300 3300
EER40F 0.65 151 98.1 15215 78 / 3300 3300
EER40G 0.609 158 96.3 15230 80 / 3600 3600
EER40H 0.7 145 102.8 14906 80 / 3200 3200
EER42A 0.547 183 96.3 17623 94 / 4500 4500
EER42B 0.528 183.7 96.9 17800 92 / 4400 4400
EER42/C 0.5 155.3 975 15137 96 / 3500 3400
EER43A 0.5 194 98.0 19821 105 7 4500 4500
EERZ43B 05 194 96.8 19584 102 7 4500 4500
ETD44 0.59 173.0 1030 17720 97 7 2110 2000
EERZ5 0.6 1895 105.0 19894 108 7 5000 4670
EER49A 05 235.8 T16.0 27357 112 7 5800 6250
EERZ9B 0.5 241 118 28460 148 3500 6500 6030
ETD4Y 0.534 2176 1122 24417 124 3700 3700 4400
EERS0 0.437 2775 II7°6 32637 170 7 5730 5300
EERS53 0.338 3195 1059 33828 T70 7 6200 6200
EERS% 1.0 5941 487 28958.2 T8T T 4800 43800
EERSSA 0.62 3031 1882 71896.1 220 7 7100
EERS558 0.36 353.8 12877 45533 228 7
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RM CORES

Type

Dimensions(mm)

Al A B c D E F G
RM4 9.8 o4 11.6%0.2 10.4%0.2 8.15%0.2 3.9 9, 3.470.2
RM5 12.3 %0 14.65%0.25 | 10.4%0.2 10.4%0.2 4.8%0.1 3.970.25
RM6 14.4%0.3 17.6+0.3 12.4%0.2 12.65+0.25 | 6.370.1 4.2+0.2
RM8 19.77%, 23.2 % 16.410.2 17.0 ° 8.550; 5.44+0.3
RM10 24.5+0.55 | 27.85+0.65 | 18.6%0.2 21.6570.45 | 10.7+0.2 5.370.3
RM12 29.2%0.6 36.75+0.65 | 23.510.2 25.5%0.5 12.8°9, 6.4%0.3
RM14 34.2%0.5 41.670.6 28.8+0.2 29.570.5 14.75%0.25| 7.7+0.3
RM4A 9.60%0.2 10.75+0.25|10.40+0.10 | 4.50+0.10 | 8.15+0.20 |3.80%+0.10 7.2+0.3 5.8
RM5A 12.05%0.25] 14.65+0.30[10.4040.10 [ 6.60%0.20 [10.40+0.20 [ 4.80%0.10 6.570.3 6.0
RM6A 14.4070.3 [ 17.55+0.35[12.4070.10 [8.00+0.20 [12.65%0.25 [ 6.30+0.10 8.270.3 8.8
RM8A 19.30+0.40[ 22.7570.45]16.40+0.10 | 10.75%70.25 | 17.30+0.30 [ 8.40%0.20 11.070.3 9.5
RM10A 24.15+0.55( 27.85%0.65[18.60+0.10 | 13.25+0.25 | 21.65+0.45 [ 10.740.20 12.7+0.3 10.9
RM12A 29.25%0.55] 36.7570.65[24.50%0.10 | 15.85%0.25 | 25.5+0.50 | 12.670.20 17.1+0.3 12.9
RM14A 34.10%0.60] 41.5040.70[30.10+0.10 | 18.70+0.30| 29.60%0.60 [ 14.7%0.3 21.1%0.3 17.0
Core parameier weight A(NHINY* 25% PC(W)(max)

Type c1 Ae, le Ve, (g/pr.)

(mm+) (mm?) (mm) (mm?) F2BD F2B1 F2BD F2B1
RM4 1.62 13.9 22.5 313 1.7 720min [ 680min
RM5 0.938 23.8 22.3 530 3.2 1350min|[1250min
RM6 0.78 37 29.0 1050 5.5 1720min| 1600min
RM8 0.59 64.0 38.0 2400 12.5 2200min [ 1950min
RM10 0.453 98 44.0 4310 23 3900min | 3630min
RM12 0.40 140 56.9 7960 42 4500min | 4150min
RM14 0.40 178 71.0 12600 70 5000min | 4600min
RM4A 1.69 13.8 23.3 322 2.8 950min 0.03 0.177
RM5A 0.935 24.8 23.2 574 3.3 1700min | 0.065 | 0.295
RM6A 0.784 37.0 29.2 1090 4.9 2150min | 0.145 | 0.54
RMBA 0.604 63.0 38.4 2440 12.0 3300min | 0.33 1.2
RM10A 0.462 96.6 44.6 4310 22.0 4050min | 0.61 2.2
RM12A 0.388 146 56.6 8340 45.0 5050min | 1.15 4.2
RM14A 0.353 198 70.0 13900 74.0 5700min [ 1.79 9.0

AL:1kHz,0.5mA,100Ts
Pc:100kHz,200mT,100 ( LP2)
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2 YUXIANG  Magnetic Material Ind . Co., LTD

UYF CORES <

Ei

———p | 4——p|
B
Dimensions(mm)

Type A B c Dmin E F
UYF9.8 33.0%70.5 22.370.3 9.870.4 12.0 9.0+0.4 14.5%0.3
UYF10 30.4%0.5 30.070.3 10.0%0.3 11.7 8.15+0.3 21.6%0.3
UYF11.5A 33.5%0.6 29.070.3 11.5%0.3 12.0 9.5+0.3 19.0%0.3
UYF11.5B 34.5+0.6 29.070.3 11.5%0.3 13.0 9.5%0.3 19.0%0.3
UYF11.5C 35.370.6 33.070.3 11.570.3 13.9 9.3+0.3 23.0+0.3
UYF12 37.0+0.6 35.070.3 12.0%0.3 15.8 8.4+0.3 25.0%0.3
UYF13A 35.4%0.5 30.570.3 13.0%0.3 12.0 9.840.3 20.5%0.3
UYF13B 38.0+0.6 33.070.3 13.0+0.3 13.8 10.7+0.3 22.0
UYF13C 33.5%0.7 30.570.3 13.070.3 11.5 8.470.3 20.5%0.3
UYF13D 37.2%0.5 31.570.3 13.0%0.3 15.0 8.5+0.3 21.5+0.3
UYF14A 42.7%0.7 33.870.3 14.0%0.3 16.75 11.540.3 22.3%0.3
UYF14B 40.8%0.7 34.3%0.3 14.5%0.3 13.8 12.0+0.3 22.3+0.3
UYF14C 40.0+0.6 35.0+0.3 14.070.3 15.0 10.4+0.4 23.9%0.3
UYF14D 39.5+0.5 34.3%0.3 14.0%0.3 14.0 10.4+0.4 23.4+0.2
UYF14E 39.0+0.6 33.5+0.3 14.0%, 13.5 10.4+0.4 22.5%0.3
UYF14F 38.5+0.5 34.3+0.3 14.0+0.3 13.8 10.4+0.4 23.4+0.2
UYF14G 38.5+0.5 33.3+0.3 14.0+0.3 13.5 10.5+0.3 22.5%0.3
UYF14.5 43max 34.5+0.3 14.5%0.3 15.8 12.040.4 22.5+0.3
UYF14.7 42.0+0.7 34.2+0.3 14.7+0.4 14.5 12.0+0.4 22.5%0.3
UYF15A 42.3+0.5 35.370.3 15.0+0.3 15.0 11.8+0.4 23.3+0.3
UYF15B 42.2+0.6 36.7+0.3 15.0+0.3 15.0 11.8+0.4 24.7+0.3
UYF15C 42.0+0.6 37.5%0.3 15.0%0.3 14.2 11.8+0.4 25.5+0.3
UYF15D 42.0+0.5 34.2+0.2 15.0+0.3 14.5 11.8+0.4 22.3+0.2
UYF15E 41.8+0.6 35.9 03 15.0+0.3 14.8 11.8+0.4 24.2+0.3
UYF15F 46.0+0.8 27.5+0.3 15.0+0.3 18.4 12.0+0.3 15.5+0.3
UYF16A 48.0+0.5 39.8+0.3 16.0+0.3 18.0 13.2+0.4 26.5+0.3
UYF16B 43.0+0.6 38.9+0.3 16.0%7 14.6 11.9+0.4 26.0+0.3
UYF16C 41.9+0.6 37.2+0.3 16.0+0.3 13.8 12.0+0.4 25.2+0.2

e Core parameter weight

Cl Ae le Ve (gl/pr.)
(mm-+) (mm?) (mm) (mm?)
UYF9.8 1.5 74 111.6 8241 44
UYF10 1.85 75.9 136.8 10388.3 52
UYF11.5A 1.3 103.9 131.9 13700 73
UYF11.5B 1.3 103.9 133.9 13700 73
UYF11.5C 1.5 102.9 151.7 15606.5 80
UYF12 1.6 104.6 162.6 17013.7 84
UYF13A 1.1 125.0 139.4 17355.4 89
UYF13B 1.17 132.8 151.4 20109 95
UYF13C 1.2 115.7 135.9 15721.9 78
UYF13D 1.26 117.7 148.1 24635 84
UYF14A 1.05 153.3 160.7 24634.9 115
UYF14B 0.96 163.5 156.5 25587 132
UYF14C 1.14 145.7 162.1 23617.5 120
UYF14D 1.14 144.9 158.8 23005.1 117
UYF14E 1.12 137.2 153 20992 121
UYF14F 1.14 144.9 156.8 22715.9 112
UYF14G 1.04 144.9 151.2 21924.0 116
UYF14.5 0.99 163 161.7 26357 137
UYF14.7 0.975 163 159.0 25917 134
UYF15A 0.95 171 163.1 27890 143
UYF15B 0.98 171 168.5 28813 145
UYF15C 1.0 171 171.3 29292 145
UYF15D 0.93 171 158.2 27052 139
UYF15E 0.97 170 165.2 28084 144
UYF15F 0.82 170 139.1 23647 152
UYF16A 0.76 201 176.1 35396 192
UYF16B 0.91 190 173 32870 160
UYF16C 0.87 189.8 166.0 31506.8 165

AL:1kHz,0.5mA,100Ts
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2 YUXIANG  Magnetic Material Ind . Co., LTD

UYF CORES °°

|

E l.c

A— 4———|
B
Dimensions(mm)

Type A B c Dmin E F

46.5%0.8 39.8%0.3 17.0.*00_41 16.0 13.2%0.4 26.5
UYEL7A 46.0%0.6 38.570.3 16.7+0.2 16.0 13.2%0.4 25.5%0.3
UYE17B 46.0%0.5 37.570.3 16.5%0.3 15.2 13.2%0.4 24.5%0.3
UYE17C 48.410.6 39.8+0.3 18.0+0.4 15.5 14.5%0.4 25.0%0.3
UYE18A 48max 39.070.3 17.5%0.3 15.8 13.9%0.4 25.0%0.3
UYEF18B 47.7+0.3 39.070.3 17.5%0.3 15.8 14.0%0.3 25.5%0.3

UYF18C
T Core parameter weight
YIS c1 Ae le Ve (g/pr.)
(mm-+) (mm?) (mm) (mm?®)

0.84 215 182.3 39195 191

UYE17A 0.87 202.9 177.2 35953.9 188

UYF17B 0.87 199.6 173.5 34630.6 185

UYF17C 0.7 255.2 179.8 45872.3 210

UYE18A 0.8 237.6 179.0 42537.0 220

UYE18R 0.8 235.4 179.5 42249.1 206

UYF18C

AL:1kHz,0.5mA,100Ts

EP CORES

-------------- o|w| <
2F
2B
Dimensions(mm)

Type A B c Dmin E F G
EP7A 9.2+0.2 3.770.05 3.3+ 0.1 6.35%0.15 7.4+0.2 2.6%0.1 1.8
EP10A 11.5%0.3 5.170.1 3.3+0.15 7.65%0.2 9.4%0.2 3.7+0.1 1.85+0.1
EP13A 12.5+0.4 6.5 '.s 4.35+0.15 8.8%0.2 10.0+0.3 4.7+0.1 2.4
EP17A 18.0%0.5 8.5+0.2 5.65%0.2 11.0+0.25 12.0+0.4 5.65+0.15 3.25
EP20A 24%0.5 10.7+0.1 8.7510.25 14.95%0.35 16.5%0.4 7.15%+0.15 4.4
EP30 31.0+0.5 15.0 9. 14.75+0.25 23.1+0.5 24.0%0.4 11.7+0.25 7.6+0.25
. Core parameter weight A(nNH/N? +30% PC(W)(max)
ype c1 le Ve Ipr.

() (& () (V) (g/pr.) F2BD F2B1 F2BD F2B1
EP7A 1.52 10.3 15.7 163 1.4 880 830min 0.025 0.09
EP10A 1.7 11.3 19.2 217 2.8 850 800min 0.03 0.11
EP13A 1.24 19.5 24.2 472 5.1 1250 1170min 0.06 0.24
EP17A 0.84 33.9 28.5 966 12 1950 1840min 0.11 0.49
EP20A 0.508 78 39.8 3120 28 3450 3200min 0.4 1.56
EP30 0.351 179 11200 11200 75 5450 5200min 1.7 5.6

AL:1kHz,0.5mA,100Ts
Pc:25kHz,200mT,100 ( F2BD)
100kHz,100mT,100 ( F2B1)
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2 YUXIANG  Magnetic Material Ind . Co., LTD

EPC CORES

M

=y V[
T
C. H
B D
A
Type i Dimensions(mm)
A Bmin CA C. D Emin F H
EPC10 10.2%0.2 7.6 5.0%0.1 1.9470.1 4.05%+0.1 5.3 3.470. 2.65%0.1
EPC13 13.3%40.3 10.5 5.610.15 2.05%0.1 6.6%0.2 8.3 4.6-0.15 4.5+0.2
EPC13A 13.3%0.3 10.5 5.6+0.2 2.1+0.1 6.6+0.2 8.3 4.670.2 4.5+0.2
EPC17 17.6%0.38 14.3 7.7+0.15 2.8+0.1 8.55+0.2 11.5 6.0%0.15 6.05%0.2
EPC17A 17.6+0.4 14.3 7.7+0.2 2.8+0.1 8.55+0.2 11.5 6.070.2 6.05%0.2
EPC19 19.1+0.48 15.8 8.570.15 2.510.1 9.75%+0.2 13.1 6.0%0.15 7.25%0.2
EPC19A 19.1+0.5 15.8 8.5+0.2 2.5%0.1 9.75%0.2 13.1 6.070.2 7.25+0.2
EPC25 25.1+0.5 20.65 11.5+0.2 4.0+0.1 12.5+40.2 17.1 8.010.2 9.070.3
EPC25A 25.1+0.5 20.6 11.5+0.2 4.0+0.1 12.5+0.2 17.1 8.0+0.2 9.0+0.3
EPC27 27.1+0.05 21.6 13.0+0.3 4.0+0.1 16.0+0.2 18.5 8.0+0.2 12.0+0.3
EPC27A 27.1+0.5 21.6 13.0+0.3 4.0+0.1 16.0+0.2 18.5 8.0%0.2 12.0+0.3
EPC30 30.1+0.5 23.6 15.0+0.3 4.0+0.1 17.540.2 20.0 8.0+0.2 13.0%0.3
EPC30A 30.1+0.5 23.6 15.0+0.3 4.0+0.1 17.540.2 20.0 8.010.2 13.040.3
Core parameter weight A(nH/N? Pc(W)
Type c1 Ae le Ve (g/pr.) F2B1 F2B1
(mm-) (mm?) (mm) (mm?) (+25%) (max.)
EPC10 1.89 9.39 17.8 167 1.1 1000
EPC13 2.46 12.5 30.6 382 2.1 870
EPC13A 2.46 12.5 30.6 382 2.1 870 0.19
EPC17 1.76 22.8 40.2 917 4.5 1150
EPC17A 1.76 22.8 40.2 917 4.5 1150 0.46
EPC19 2.03 22.7 46.1 1047 5.3 940
EPC19A 2.03 22.7 46.1 1050 5.3 940 0.53
EPC25 1.28 46.4 59.2 2748 13 1560
EPC25A 1.28 46.4 59.2 2750 13 1560 1.57
EPC27 1.34 54.6 73.1 3995 18 1540
EPC27A 1.34 54.6 73.1 3990 18 1540 2.2
EPC30 1.32 61.0 81.6 5035 23 1570
EPC30A 1.32 61.0 81.6 4980 23 1570 2.7
Ac:1kHz,0.5mA,100Ts
Pc:100kHz,200mT,100
UY CORES
< |0
: <]
B
Dimensions(mm)
Type A B c D E
uy12 46.771.0 25.2+0.2 12.0 0.3 21.7min 16.0 0.5
uUY16 58.7%71.0 29.0%0.3 16.0%0.3 25.5min 17.0 0.5
Type - Core parameter | we/ight
(mm?) (mm) (a/pr.)
uy12 112 143 80
UY16 188 169 158
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2 YUXIANG  Magnetic Material Ind . Co., LTD

EFD CORES

E
D
L

|
_FE

Type Dimensions(mm)
A B C D E F G H
EFD10 10.5%0.3 5.2+0.1 2.770.1 4.6%0.2 7.65%0.3 3.7570.15 | 0.2%0.1 1.5+0.2
EFD12 12.5%0.3 6.210.2 3.5+0.1 5.410.2 9.0+0.3 45+ 0.2 0.270.1 2.070.2
EFD13 13.6+0.3 8.8+0.15 3.7+0.2 6.0+0.15 10.0%0.25 7.0+0.15 2.070.15
EFD15 15.00.4 7.5%0.15 4.65Y0.15| 5.3%0.15 11.0%0.35 5.570.25 2.4%0.1
ED15A 15.0+0.5 7.5%0.2 4.7%0.2 5.370.3 11.0+0.4 5.570.3 0.2%0.1 2.4+0.2
EFD20 20.0+0.55| 10.0%0.25| 6.65%2% 8.970.2 15.4%0.5 7.7¥0.25 3.670.2
EFD20A 20.0+0.6 10.0+0.3 6.7+0.2 8.970.2 15.4%0.5 7.770.3 0.270.1 3.610.2
EFD25 25.0+0.65| 12.5+0.25| 9.1%0.2 11.4%0.2 18.7%0.6 9.3%0.25 5.2%70.25
EFD25A 25.0%0.7 12.570.3 9.1+0.3 11.470.3 18.7%0.7 9.370.3 0.670.1 5.270.3
EFD30 30.0+0.8 15.0+0.25| 9.170.3 14.670.3 | 22.4%0.75| 11.2%0.3 4.970.15
EFD30A 30.0+0.9 15.070.3 9.1+0.3 14.6%0.4 | 22.4%0.8 11.270.3 0.8%0.2 4.9%0.3
Type — fore paranl]eeter - i i AnH/N)F 30% PC(max)
(mims) (%) (mm) (mm) (g/pr.) F2BD F2B1 F2B1
EFD10 3.3 7.2 23.7 171 0.9 500 0.095
EFD12 2.5 11.4 28.5 325 1.7 700 0.18
EFD13 3.07 12.6 38.7 487 2.5 630 0.27
EFD15 2.27 15 34.0 510 6.8 780
ED15A 2.27 15.0 34.0 510 2.8 700 028
EFD20 1.52 31.0 47.0 1460 7.4 1200
EFD20A 1.52 31.0 47.0 1460 7.0 1150 0.8
EFD25 1.0 58.0 57.0 3300 16.6 2000 1800
EFD25A 1.0 58.0 57.0 3300 16 2000 18
EFD30 0.985 69.0 68.0 4700 24 2050 2050
EFD30A 0.98 69.0 68.0 4700 24 1900 2 59
AL:1kHz,0.5mA,100Ts
Pc:100kHz,200mT,100 ( F2B1)
LP CORES
>
f‘7 <\—“\
N
_/
c 2H
B 2D
A
Dimensions(mm)

Type A B C 2D E 2H i
LP22/13 25.00%0.4 19.040.3 8.6+0.2 22.4%0.2 12.9%0.3 16.410.3 13.5+ 0.5
LP23/8 16.5%0.3 12.570.3 5.770.2 23.4%0.2 8.7+0.2 17.470.2 9.0+ 0.5
LP32/13 25.010.4 19.070.3 8.670.2 31.870.2 12.970.3 24.170.3 13.5%0.5

Core parameter weight A (NH/N%)*25%

Tvpe (i) i) (M) (M) (afpr) F2BD F2B1
LP22/13 0.72 67.9 49.0 3327 21 3500 3000
LP23/8 1.41 31.3 441 1380 9.6 1600 1600
LP32/13 0.91 70.3 64 4499 30 2750 2630
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2 YUXIANG  Magnetic Material Ind . Co., LTD

|

I

PO CORES

A=N
F
Dimensions(mm)

e A B G D E F SniE
PQ20/16 20.5+0.4 18.0%0.4 8.8%0.2 14.0+0.4 5.0 % 8.0 V2 12.0
PQ20/16A 20.5+0.4 18.0+0.4 8.8%0.2 14.0+0.4 5.15+0.15 8.1%0.1 12.0
PQ20/20 20.5+0.4 18.0+0.4 8.8+0.2 14.0+0.4 7.0 93 10.2 %02 12.0
PQ20/20A 20.5%0.4 18.0+0.4 8.8+0.2 14.0+0.4 7.15+0.15 10.170.1 12.0
PQ26/20A 26.5%70.45 22.5+0.45 12.0+0.2 19.0+0.45 5.75+0.15 9.95%* 15.5
PQ26/20 26.5+0.45 22.5+0.45 12.040.2 19.0+0.45 5.75+0.15 10.0 0L 15.5
PQ26/25 26.5%0.45 22.5+0.45 12.040.2 19.0+0.45 8.05+0.15 12.5%0,, 15.5
PQ26/25A 26.5+0.45 22.5+0.45 12.0+0.2 19.0+0.45 8.05+015 12.4 0L 15.5
PQ32/20 32.0+0.5 27.5%0.5 13.45+0.25 22.0+0.5 5.75+0.15 10.3 0L 19.0
PQ32/20A 32.0%0.5 27.5+0.5 13.45+0.25 22.0+0.5 5.75+0.15 10.4 3, 19.0
PQ32/30A 32.0+0.5 27.5%0.5 13.7 9, 20.0+0.5 10.5 = 15.3 %, 19.0
PQ32/30B 35.1+0.6 17.4 0L 13.45* 0.25 22.0+0.5 10.65+0.15 15.2 9% 19.0
PQ35/35 35.1+0.6 32.0%0.5 22.0+0.5 26.0+0.5 12.530.15 17.5 05 23.5
PQ35/35A 40.5+0.9 32.040.5 14.3540.25 13.45+0.25| 27.5%0.5 10.65+0.15 19.0
PQ40/40 40.5+0.9 37.0+0.6 14.9+0.3 28.04+0.6 14.75%0.15 20.0 20, 28.0
PQ40/40A 40.5% 0.9 37.0%0.6 14.9%0.3 28.0+0.6 T14.75%0.15 19.9 oL 28.0
PQ50/50 50.070.9 20.0%0.35 20.070.35 32.0+0.6 18.0570.15 25.0 55 31.5

Core parameter weight ANH/N?) Pc(W)

Type C1 Ae le Ve (g/pr.) F2BD F2B1 F2BD F2B1

(mm=) (mm?) (mm) (mm?) (+25%) (+25%) (max.) (max.)
PQ20/16 0.605 62.0 37.4 2310 13 3880 3430
PQ20/16A 0.605 37.4 62.0 2310 13 3380 3380 0.35 1.16
PQ20/20 0.738 62.0 45.4 2790 15 3310 2920
PQ20/20A 0.738 45 .4 62.0 2790 15 3150 3150 0.42 1.40
PQ26/20 0.391 119 46.3 5490 31 6170 5510
PQ26/20A 0.391 46.3 119 5490 31 6170 6170 0.81 2.75
PQ26/25 0.472 118 55.5 6530 36 5250 4670
PQ26/25A 0.472 55.5 118 6530 36 5250 5250 0.99 3.27
PQ32/20 0.326 170 55.5 9420 42 7310 7310
PQ32/20A 0.326 170 55.5 9420 42 7310 7310 1.22 4.72
PQ32/30A 0.464 161 74.6 12000 55 5140 4900
PQ32/30B 0.464 74.6 161 12000 55 5140 5140 1.64 6.0
PQ35/35 0.448 196 87.9 17300 73 4860 4860
PQ35/35A 0.448 87.9 196 17300 73 4860 4860 2.20 8.7
PQ40/40 0.508 201 102 20500 95 4300 4300
PQ40/40A 0.508 102 201 20500 95 4300 4300 2.74 10.3
PQ50/50 0.346 113 328 37200 195 6720 6720 5.50 11.15*%

AL:1kHz,0.5mA,100TsF

URS CORES
[

A
Wiy

C [——
B
T Dimensions(mm)
ype A B C D E F Ae(mm?) le(mm)
URS18.5 18.5%0.5 11.4%0.2 10.0%0.5 7.070.2 7.5%70.5 7.4%0.2 38.0 43.5

19



2 YUXIANG  Magnetic Material Ind . Co., LTD

UF&UI CORES

£ |o |
A

Dimensions(mm)
e A B c D E F 0
UF8.5 8.5+0.2 6.4+ 0.2 3.45+0.15 3.8 2.3 4.15%+0.15
UF9.8 9.8+ 0.3 7.1+0.2 2.7+0.2 4.1 2.8 4.25%+0.2
UF10.5 10.5+0.4 7.8+0.3 5.0+0.2 5.2 2.5 5.25+0.25
UF12 12.0+0.3 9.2+0.3 3.95+0.15 4.1 3.85 5.05+0.15
UF15 15.3+0.7 11.7 %9, 6.7 0, 5.0 5.1+0.2 5.7 03
UF15A 15.0+0.3 11.4+0.3 6.4+0.2 5.4 4.7 6.5+0.2
UF16 16.0+0.4 10.0+0.2 6.0+0.2 6.7 4.57 6.0+0.15
UF19 19.7+0.5 18.25+0.25 5.940.2 7.4 6.0 12.2+0.2
ui25.4 25.5 0% 16.25 0% 6.25 025 12.4 6.45 10.079° 6.25 0L
UF30 30.0+0.5 12.7+0.15 6.25+0.15 17.3 6.25 6.2 *9*
UF33 33.0+0.5 13.8+0.15 7.25 BE 18.0 7.3 6.2 0%
Core parameter A(nH/N? Pc(W)
Type c1 Ae le Ve weight F2BD F2B1 F2BD F2B1
(mm-2) (mm?) (mm) (mm?) (g/pr.) (+25%) (+25%) (max.) (max.)
UF8.5 4.05 7.76 31.4 243 1.2 560 560 0.15 0.12
UF9.8 4.46 7.60 34.2 262 1.3 500 500 0.16 0.14
UF10.5 3.2 12.5 40.1 501 2.5 720 720 0.31 0.26
UF12 2.65 15.6 41.3 645 3.2
UF15 1.5 34.2 50.2 1719.7 7.8 720 1930
UFA15 1.71 30.5 52.3 1600 8.0
UF16 1.97 25.9 51.0 1320 6.9 1100 1100 0.80 0.66
UF19 2.29 35.3 81.0 2860 15
Ul25.4 1.65 38.9 64.3 2500 19
UF30 2.06 39.1 80.4 3140 17
UF33 1.59 53.7 85.7 4600 23
Ac:1kHz,0.5mA,100Ts
Pc:100kHz,200mT,100
ED CORES
|
<
[
— 2F c
2B
Dimensions(mm)
Type A B C D E F
ED28 28.0%0.5 10.4%0.3 12.1-0.5 8.510.2 20.5min 6.7%0.3
ED29 29.4%0.5 14.6%0.2 11.6%0.2 8.4%0.2 21.6min 11.0%0.2
Core parameter )
Type A P e weight
(i) (mm) (g/pr.)
ED28 90.0 50.3 22
ED29 90.0 69.2 29.5
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T CORES et

B, BN
A
Dimensions(mm)

Type A B G
T4x2x2 4.0+0.3 2.0+0.3 2.0+0.3
T5x3x5 5.0+0.3 3.0+0.3 5.0%0.3
T6x3x4 6.0+0.3 3.0+0.3 4.0+0.3
T6.3x4x4 6.3+0.3 3.8+0.3 4.0+0.3
T7x4x4 7.070.3 4.0%0.3 4.0%0.3
TI9x5x3 9.0+0.3 5.0+0.3 3.0+0.3
T10x6x5 10.0+0.4 6.0+0.4 5.0+0.3
T10x5x5 10.0+0.4 5.0%0.4 5.0%0.3
T12x6x4 12.0+0.4 6.0+0.4 4.0+0.3
T12.7x7.8x5 12.7+0.4 7.8+0.3 5.0+0.3
T13x7x5 13.0+0.5 7.0%70.4 5.0%0.3
T14x7x5 14.0+0.5 7.0%0.4 5.0+0.3
T16x12x8 16.0+0.5 12.0+0.4 8.0+0.3
T16x9x8 16.0+0.5 9.0+0.4 8.070.3
T16x9.5x8 16.0+0.5 9.5+0.4 8.0+0.3
T17x10x8 17.5+0.5 10.0+0.3 8.0+0.3
T18x10x10 18.0+0.5 10.0+0.4 10.0+0.3
T22x14x12 22.0%+0.6 14.0+0.4 12.0+0.3
T22x10x10 22.0+0.6 10.0+0.4 10.0+0.3
T22.1x13.7x6.5 22.1+0.3 13.7+0.3 6.5+0.3
T25x15x7 25.0+0.6 15.0+0.4 7.0+0.3
T25x15x10 25.0+0.6 15.0+0.4 10.0+0.3
T27.5Xx17.5X7 27.5+0.6 17.5+0.5 7.0+0.4
T28x14x11 28.0+0.6 14.0+0.5 11.0+0.4
T30X11x8 30077, T1.0+70% 8.0+0.4
T31x13x16 31.0+0.6 13.0+0.5 16.0+0.4
T3Ix19x13 31.0+0.6 19.0+0.5 13.0+0.4
T31Ix19x6 31.0+0.6 19.0+0.5 6.0+0.3
T68x44x13.5 68.0+1.5 44.0+1.2 13.5+1.0

Tvpe Core parameter waha i ANH/N? + 25%

P (ng:r%'l) (rﬁr%z) (nlﬁn) (rr\1/r$13) (g/pr.) F3 F2BD F2B1
T4x2x2 4.55 1.9 8.74 16.73 0.09 820 690 630
T5x3x5 2.55 4.9 12.0 58.93 0.3 1200 1000 900
T6x3x4 2.35 5.8 13.1 75.33 0.37 1400 1130 1030
T6.3x4x4 5.05 3.1 15.2 46.53 0.26 640 520 470
T7x4x4 2.85 5.8 16.4 95.93 0.48 1120 950 900
TI9x5x3 3.05 5.8 20.8 121.1 0.7 800 750 620
T10x6x5 2.55 9.8 24.1 235.6 1.2 1300 1100 950
T10x5x5 1.7 12.9 22.2 286.1 1.5 2000 1650 1480
T1l2x6x4 2.35 11.5 26.1 301.3 1.6 2100 1400 1200
T12.7x7.8x5 2.65 12.0 31.0 371.8 1.9 1400 1150 1000
T13x7x5 2.05 14.5 29.5 428.6 2.2 1630 1430 1300
T14x7x5 1.85 16.8 30.5 512.7 2.6 2000 1600 1400
T16x12x8 2.75 15.9 43.4 689.3 3.4 1270 1040 950
T16x9x8 1.45 27.2 37.2 1012.9 5.0 2400 2000 1800
T16x9.5x8 1.5 25.4 38.3 973.5 5.2 2450 2000 1800
T17x10x8 1.55 27.4 40.5 1107.3 5.5 2380 2000 1800
T18x10x10 1.25 38.9 41.5 1614.9 7.9 2800 2500 2100
T22x14x12 1.25 47.2 54.7 2879.9 13.5 2900 2450 2250
T22x10x10 0.88 57.0 45.4 2587.8 14 3850 3400 3080
T22.1x13.7x6.5 2.0 26.8 54.1 1450.4 7.2 1780 1500 1400
T25x15x7 1.85 34.2 60.2 2061.1 12 2000 1600 1500
T25x15x10 0.98 63.6 60.2 3827.8 20.5 3500 3000 2800
T27.5x17.5x7 2.0 34.3 68.3 2351.4 13 1800 1500 1400
T28x14x11 0.8 74.0 61.0 4511.3 23.5 4600 3800 3500
T30x11x8 0.8 69.9 54.7 3828.5 20.5 4600 3800 3500
T31x13x16 0.5 135.3 61.1 8268.4 41.5 7000 6000 5500
T31x19x13 1.0 76.53 75.5 5771.9 29 3500 3000 2900
T31x19x6 2.1 35.33 75.5 2663.9 15 1650 3000 1200
T68x44x13.5 137 2700
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B, c)
%

Type = DlmensmnBs(mm) =
T31x20x15 31.0%0.6 20.0+0.5 15.040.3
T36x23x19 36.070.6 23.070.5 19.0%0.3
T37x22x15.5 37.0%0.5 23.0%0.5 15.5%0.5
T50x35x20 50.0%0.8 35.0+0.7 20.0+0.5
T38x19x13 38.070.7 19.0%0.6 13.070.5
T50x25x20 50.070.8 25.0+0.7 20.0+0.5

3 + 250

- - C:re parametlzr V wellght A(nH/N’) + 25%
(mm-) (1Y) (mm) (mm?) (g/pr.) F3 F2BD F2B1
T31x20x15 1.0 81.23 77.6 6300.7 34 3500 3000 2900
T36x23x19 0.7 121.5 89.6 10888.1 55 5000 4000 3800
T37x22x15.5 0.9 106.5 90.8 9667.1 48 3900 4400 3100
T50x35x20 0.9 148.4 130.7 19402.7 98 3950 3450 3150
T38x19x13 0.7 118.7 82.7 9820 49 5000 3000 2900
T50x25x20 0.5 240.2 108.9 26156 127 7000 6000 5000
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El CORES 5
F c c L
B
Dimensions(mm)
R A B G D E F |
EI12.5 125%03 74702 5.0+0.2 2.4%0.2 9.1min 5.1+0.2 1.5+0.15
EIL6 1607 0.4 12.4%0.3 4.840.2 4.010.2 11.7min 10.4%0.3 2.040.2
EIL6A 16.070.3 14.7%0.3 4.8%0.2 4.0%0.2 11.8min 10.8%0.2 2.0%0.2
EI16B 16.17 0.3 65702 9.0%0.2 3.040.2 12.5min 5.0040.2 1.5%0.1
EI19 19.2% 0.4 13.670.4 5.1°%, 5.17%s 14.0min 11.0+0.3 2.4%0.2
EI19A 19.0% 0.3 15.9%0.4 4.85%0.25 4.85%0.25 14.0%0.3 11.340.3 2.35+0.2
El22 2202703 14.4+0.25 5.75+0.25 5.8+0.3 12.8min 10.540.3 4.5+0.2
EI22A 220%0.6 15.07 0.3 6.0 0, 6.079 15.6min 11.0 ¢ 4.0+0.3
EI22B 22 0% 0.6 146703 6.0 70, 6.0%5; 15.6min 10.640.3 4.5+0.3
El22C 220%0.4 19.070.4 5.75+0.25 5.75%0.25 16.0+0.4 11.040.2 4.0+0.2
EI25A 25.4%0.5 16.3 07 6.8, 6.6+0.3 18.6min 13.0%05 3.0+0.2
EI25B 25.1%0.4 19.0+0.5 6.75+0.25 6.5+0.3 19.1min 13.25+0.25 2.75+0.15
EI28 28.0%0.4 20.8%0.4 10.7+0.3 7.240.3 18.6min 12.840.2 3.5+0.15
EI28A 28.070.6 17.5 793 11.0 72, 7.5 18.6min 12.8%%3 3.5+0.3
EI28B 28.070.6 16.75%0.25 11.0 72, 7.25+0.25 18.6min 12.25+0.25 3.5+0.3
EI30 30.5%0.5 215708 11.0 =2, 11.0 %, 20.0min 16.5 2° 5.5+0.3
EI30A 300706 21.25+0.25 10.740.3 10.740.3 19.5min 16.5+0.25 5.5+0.2
EI33 33.0%0.6 24.0 0% 13.0 7, 9.7+0.3 23.8min 19.0 05 5.0+0.3
EI33A 33.07 0.6 235+05 12.7+0.3 9.7+0.3 23.6min 19.0+0.5 5.0+0.3
EI35A 35.0%0.6 242%05 10.0+0.3 10.040.3 24.5min 18.2+0.3 5.0+0.3
EI35B 350+0.6 242+05 11.7+0.3 10.0#0.3 24.5min 18.2+0.3 5.0+0.3
EI40A 40.01 0.7 27.3+0.3 12.0 0, 1207, 26.8min 21.0:07 6.7+0.3
EI40B 400707 27.2 705 12.0 %0, 12.0°0, 27.5min 20.270% 7.5+0.3
El41 41.070.9 262 +0.4 11.8+ 0.6 11.8+0.6 28.0min 202 0.4 72+0.4
EI50 50.0% 0.7 33.35 +0.35 14.6+0.4 14.6+0.4 34.0min 24.75+0.3 9.0+0.3
EIS0A 50.0%1.2 333+04 14.8+0.6 148+0.6 34.0min 248+0.4 9.0+0.4
EI60 60.0+ 0.8 35.85 +0.35 15.6+0.4 15.6+0.4 4Z4.Imin 2785+0.35 | 8.5+0.3
EI70 700715 455+ 05 19.5+05 195+ 05 50.0+05 355+05 105+05
Core parameter ah A(nH/N?) Pc(W)

Type [e} Ae le Ve ‘(Nge,'pgr ; F2BD F2B1 F3 F2B1

(mm-=) (mm2) (mm) (mm?) : (+25%) (+25%) ( +25%) (max.)
El12.5 1.44 14.4 20.6 297.5 1.9 1200 1200 1300
EI16 1.84 19.7 34.9 685.3 3.3 1000 1000 1400
EI16A 1.90 18.8 35.9 676 3.4 1250 0.42
EI16B 1.10 26.4 29.1 767 3.4 2300 0.38
EI19 1.5 24 39.0 1028.2 5.0 1200 1200 1500
EI19A 1.68 23.3 39.2 913 4.6 1300 0.55
El22 0.94 42.0 39.3 1630 9.8 2400 0.81
EI22A 1.1 40.1 42.3 1697.0 9.8 1800 1800 21600
EI22B 0.94 42 39.3 1650.6 9.8 1900 1900 21700
El22C 1.15 37.0 42.5 1570 8.4 1950 0.95
EI25A 1.1 44.3 48.5 2145 9.8 1800 1800 21500
EI25B 1.22 39.7 48.6 1930 9.8 1900 1.16
EI28 0.586 84.4 49.5 4170 22 3800 2.51
EI28A 0.55 89.5 49.3 4399 22.0 3800 3800 23600
EI128B 0.52 92.3 48.9 4515 22.0 3800 3800 4500
EI130 0.5 115.6 58.2 67341.1 34.0 4000 3700 4900
EI30A 0.522 111 58.0 6440 34 4690 3.23
E133 0.57 124.9 67.3 8408 41.0 4200 4000 23900
EI33A 0.570 119 67.5 8000 41 4400 4.0
EI35A 0.6 107 68.1 731.1 36.0 3500 3200 4200
EI35B 0.5 126 68.1 8564 43.0 3200 3200 4400
EI40A 0.5 150 76.5 11534 60.0 5100 4860 5400
EI140B 0.5 153 76.3 11683 60.0 5100 4860 5400
El41 0.533 145 77.0 11100 56 4860 6.45
EI50 0.4 231 94.1 21759 115 6450 6100 7000
EI50A 0.411 230 94.0 21600 115 6110 2.16*
EI160 0.4 272 111.8 30454.4 139 6250 5600 6400
EI70 0.37 390 133 51900 252 8070 6.23*

AL:1kHz,0.5mA,100Ts
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|

F «C y P J
® 4
Dimensions(mm)
Type A B c D E F
EES5 5.25+0.05 2.65+0.05 1.95%70.05 1.35+0.05 3.85Ref 2.0Ref
EE6 6.10+0.2 2.85%0.05 7.95%0.05 1.35+0.05 3.70+0.1 1.90+0.05
EESA 8.30%0.2 4.00+0.10 3.60%70.2 1.85+0.15 6.0min 3.0+0.1
EE10 10.2+0.3 5.5+0.2 5.0 ‘0s 2.5%0.2 7.5min 4.3%0.2
EE11 11.0+0.3 5.5+0.25 5.0%0.25 2.4%0.4 8.0min 4.2%0.2
EE13 13.0+0.4 6.0 o7 5.9%0.3 2.8%, 9.8min 4.6%57
EE13A 13.00+0.3 6.0+0.15 5.940.2 2.64+0.2 10.2+0.3 4.6%0.1
EF12.6 12.7+0.4 6.4%0.2 3.6+0.2 3.7+ 0.2 8.8min 4.65%0.3
EE16A 16.0% 0.4 7.3%0.3 5.17%, 4.0%+0.2 11.7min 5.2 5°
EE16B 16.01 0.4 12.4%0.3 5.1%.4 4.0%0.2 12.4min 10.4+0.3
EE16C 16.0+0.3 7.2%0.1 4.84+0.2 3.8+0.2 12.0%0.3 5.2+0.25
EE16D 16.170.6 8.05+0.15 4.5+0.2 4.55+0.15 11.3min 5.940.2
EEL16 16.0%0.3 12.2%40.2 4.8+0.2 4.0+0.2 12.0+0.3 10.2%0.2
EEL19 19.0%0.3 13.65%0.25 4.85+0.25 4.85+0.25 14.0%0.3 11.4%0.25
EEL25.4 25.4%0.4 15.85%0.3 6.35+0.3 6.35%0.3 19.0%0.3 12.7+0.3
EF16 16.0 04 8.2 ns 4.7 5, 4.7, 11.3min 5.7 0%
EE19A 19.0+0.4 8.0+0.3 5.0 ‘92 5.0 s 13.8min 5.6 'O
EE19B 19.010.4 13.6 0.3 5.1 5.1% 14.0min 11.3 +0.3
EE19C 19.1%0.3 8.0+0.3 4.8%¥0.3 4.8+0.3 14.0min 5.7+0.2
EF20 20.0% 0.6 9.3 7%, 5.9 5.9 %9, 14.1min 6.1 ¢
EE20 20.5% 0.5 10.7+0.3 7.0+0.3 5.0%0.3 14.7min 7.0%0.3
EE20A 20.5%0.7 10.7%0.3 7.0%0.4 5.0%0.4 14.0min 7.0+0.3
EE23 22.7%0.3 11.0%0.3 10.270.2 7.5°, 16.45° 7.5,
EE25A 25.0%0.5 9.970.3 6.35+0.25 6.35+0.2 18.6min 6.9+0.3
EE25B 25.0% 0.5 9.8%0.2 6.170.3 5.870.2 18.6min 6.8+0.2
EE25C 25.470.6 9.6 70¢ 6.75+0.2 6.35% 0.25 18.6min 6.5 707
EE25D 25.4+0.5 9.8703 6.4%0.3 6.470.3 18.6min 6.8 2
EE25E 25.0+0.5 12.5+0.3 7.070.4 6.870.3 17.5min 9.170.2
EE25F 25.010.4 10.070.2 6.55+0.3 6.55+0.3 18.6%0.3 6.870.15
EF25 25.05+0.75 12.55+0.25 7.2%0.3 7.25%0.25 17.5min 8.95%0.25
EE25.4 25.4%0.75 10.070.4 6.370.3 6.570.2 18.7min 6.6+70.4
EE28A 28.0% 0.5 16.5+ 0.5 7.7%, 7.5% 18.6min 12.3+0.3
Core parameter weight AL(nH/NZ) Pc(W)

Type Ci Ae le Ve (glpr.) F2BD F2B1 F3 F2B1

(mm-=) (mm2) (mm) (mm?) (+25%) (+25%) ( ¥25%) (max.)
EES5 4.78 2.63 12.6 33.1 0.16 285 0.03
EE6 3.70 3.31 12.2 40.4 0.24 405 0.03
EESA 2.75 7.0 19.2 134 0.7 610 0.08
EE10 2.1 12.7 26.1 330.7 1.8 810 810 >700
EE11 2.21 12.3 27.2 334 1.7
EE13 1.7 17.2 30.0 513.8 3.6 1000 1000 2860
EE13A 1.88 16.0 30.3 487 2.4 1000 0.3
EF12.6 2.4 12.4 29.7 369.0 2.0 900 800 >650
EE16A 1.92 18.4 35.5 655 3.3 1100 1100 >950
EE16B 2.8 19.6 55.2 1080 5.3 750 750 >680
EE16C 1.92 18.4 35.5 655 3.2 1100 0.4
EE16D 1.93 19.5 37.7 737 3.7 1100 0.45
EEL16 2.84 19.4 55.0 1070 5.2 800 0.59
EEL19 2.65 23.4 62.1 1450 7.2 840 0.87
EEL25.4 1.82 40.4 73.4 2963 15.0 1330 1.63
EF16 1.87 20.1 37.6 750 4.0 800 800 1000
EE19A 1.68 23.3 39.2 914 4.6 1200 1200 1050
EE19B 2.65 23.4 62.1 1450 7.5 840 840 1000
EE19C 1.74 22.8 39.6 903 4.6 1150 0.55
EF20 1.2 35.6 42.2 1505 7.8 1550 1460 1800
EE20 1.21 39 47.1 1840 9.7 1900 1800 2100
EE20A 1.21 39.0 47.1 1840 9.9 1700 1.01
EE23 0.75 70.0 49.6 3469 17.5 2300 2300 /
EE25A 1.25 39.6 49.5 1963 10.2 1900 1900 21600
EE25B 1.3 36.9 49.4 1823 9.0 1600 1600 21400
EE25C 1.15 43.4 48.2 2091 10.0 1800 1800 1600
EE25D 1.2 40.7 49.2 2004 11 1800 1800 21600
EE25E 1.2 49.2 57.9 2850 13.5 1850 1850 >1600
EE25F 1.17 42.2 49.4 2080 10 1950 1.25
EF25 1.340 33.5 44.9 1500 14.8 1900 1900 >1630
EE25.4 1.08 44.5 47.9 2130 10.9 2000 1.17
EE28A 0.95 71.6 63.0 4508 35 3060 2850 3400
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EE CORES

T
0

Dimensions(mm)

Type A B C D E F

EE28B 28.0+ 0.6 10.5+0.3 11.540.25 7.7+0.3 18.6min 5.9+0.3

EE28C 28.0+0.6 16.87 0.2 10.6+0.3 7.2%0.3 18.6min 12.3+0.3

EE30/30 30.5+0.5 14.95+0.3 7.0+0.3 6.970.3 19.5min 10.2min

EF32A 32.1+0.8 12.9%0.2 7.65%0.35 9.240.3 22.77%° 8.2+0.3

EF32B 32.1+0.8 16.1%0.3 9.5 or 9.5 s 22.75%° 11.540.3

EE33 33.070.6 14.0+0.3 13.0%96 9.74+0.3 22.8 9.6+0.3

EE33A 33.410.5 13.95+0.25 12.7+0.3 24.6+0.4 24.6%0.4 9.65+0.25

EE33B 33.010.6 13.75%0.25 12.7+0.3 9.7+0.4 23.5 9.25+0.25

EE35A 35.040.6 14.6+0.3 9.2+0.3 9.4+ 0.3 24.8 9.4%"

EE35B 34.54+1.0 14.33+0.35 9.53%0.4 9.3940.3 25.4 9.7+0.28

EE40A 40.0+0.6 17.040.3 10.7+0.3 0.7+0.3 27.6 10.25+0.25

EE40B 40.0+0.7 17.040.3 12.0 s 12.07, 26.8 10.4+0.2

EE41 40.6+0.6 16.5+0.2 12.5+0.25 12.5+0.25 28.6 10.5+03

EE42A 4257 21.2+0.4 12.05% 12.092 29.5 15.0%7

EE42B 42 110 21.2+0.4 15.0°07 12.002 29.5 15.0°07

EE42C 4257 21.2+0.4 20.0:92 12.0 97 29.5 15.0 02

EE42D 42.15+0.85 21.10+0.3 15.0+0.3 12.0+0.3 29.5 15.2+0.4

EE42E 42.15%0.85 21.1 + 0.3 12.0+0.3 15.9+0.3 29.5 15.2+0.34

EE46 46.4+ 0.6 18.55+0.25 21.07%, 16.95+0.25 38.1+0.6 11.4+0.3

EE50 50.0+0.7 21.55+0.3 14.6+0.4 14.6+0.4 34.2 13.10+0.3

EE55 55.15+1.05 27.5+0.3 15.940.3 16.95+0.25 38.1+0.6 18.8+0.3

EE55A 55.15+1.05 27.5+0.3 20.740.3 17.0+0.25 37.5 18.8+0.3

EE55B 55.15+1.05 27.5+0.3 24.7+0.3 17.0+0.25 37.5 18.8+0.3

EE65 65.2+1.3 32.5+0.3 27.440.3 19.65+0.35 44.2 22.55+0.35

EE65A 65.2+1.3 32.5+0.3 27.0+0.4 19.65+0.35 442 22.55+0.35

EE70 70.50+1.50 35.5+0.5 24.5+0.6 16.70+0.5 48 24.65+0.65

EE70B 70.75+1.50 33.240.4 30.5+0.6 21.50+0.5 48 22.00+0.6

EES0 80.50+1.50 38.0+0.5 20.0+0.5 20.00+0.5 59.8 28.0+0.5

Core parameter weight AL(nH/NZ) Pc(W)

Type c1 Ae le Ve (g/pr.) F2BD F2B1 F3 F2B1
(mm-=) (mm?) (mm) (mm°) (+25%) (+25%) (+25%) (max.)

EE28B 0.57 99.8 48.1 4801 23.5 4000 4000 4500

EE28C 0.82 87.4 73.1 6391 33.5 2806 2650 3200

EE30/30 1.1 59.4 65.5 3879 22 1900 1900 2200

EF32A 0.92 70.1 61.3 4295 21.5 2500 2500 /

EF32B 0.89 83 74 6140 30 2400 2400 /

EE33 0.57 124.0 66.1 8192 40.6 4000 4000 4500

EE33A 0.589 114 67.4 7690 39 3700 4.62

EE33B 0.610 111 67.7 7520 20 3940 4.13

EE35A 0.804 86.2 69.3 5973 31 2600 2600 2990

EE35B 0.83 88.3 69.4 6121 31.5 3200 3000 3680

EE40A 0.6 127 77.0 9922 55 3700 3700 4250

EE40B 0.50 153 76.5 11710 60 4000 4000 4600

EE41 0.50 152.0 77.1 11722 61 4200 4200 4704

EE42A 0.7 147.4 96.8 14275 72 3700 3600 4200

EE42B 0.50 184.3 96.8 17843 90 4700 4700 5400

EE42C 0.4 235 97.4 22889 120 5700 5700 6500

EE42D 0.534 182 97.0 17600 80 4700 1.76%

EE42E 0.415 235 97.4 22900 116 6100 2.29%

EE46 0.6 140.7 84.6 11883 62 3700 3700 /

EE50 0.425 226 95.8 21600 116 6110 2.16*

EE55 0.35 354 123 43542 216 6700 6700 /

EEG5A 0.348 354 123 243700 221 7100 4.37%

EEG5B 0.292 422 123 52130 265 7200 5.21*

EEG5 0.274 540 147 79000 410 8000 8000 ]

EEG5GA 0.274 535 147 78700 390 7800 8.0%

EE70 0.344 261 159 73200 370 6500 7.3%

EE70B 0.226 665 150 99800 500 9000 10.0°

EES80 0.461 399 184 73500 380 7800 7 4%

AL:1kHz,0.5mA,100Ts
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Large Size Ferrite Cores

o|w| <
EE CORES . .-
B
Dimensions(mm
Type A B C N E F
EE85A 85.0 22 44,0+ 1.0 26.5+0.5 27.2 ¢ 55.0 28.7 4°
EE85B 85.0 5% 44.07, 31.5+0.5 27.2 2. 55.0 28.7 4°
EE90 90.0%2.0 28.2+0.5 16.5%0.5 25.0%1.0 64.0 15.7 %
EE110 110.027 56.0 7, 36.0%1.0 36.0%1.0 74.2 37.2 *
EE118 118.0%2 86.5 7 35.0%0.7 35.0+0.5 82.0 69.0+0.5
EE128 130.0 3 63.0+1.0 20.0+1.0 40.0+2.0 89.0 43.0 550
EE160 162.0+2.5 83.0+1.0 20.0+1.5 40.0+2.0 120.0 64.0+1.0
EE185 185.0+3.5 77.0%1.5 27.5%1.0 53.0+1.0 128.0 50.0+1.5
EE320 320.0+5.0 125.0+0.5 20.0+2.0 100.0+2.5 217.0 75.0+1.5
T— - - Core parz:tI;neter . We/l ght — A(nH/N?) e
(mm-) (mm?) (mm) (mr%@) (g/pr) +25%) (max.&
EE85A 0.264 714 188 134000 675 8300 2.7
EE85B 0.220 859 189 162000 810 10000 3.24
EE90 0.337 419 141 59100 292 5760 11.82
EE110 0.191 1280 244 312000 1560 8000 6.24
EE118 0.328 1240 407 505000 2290 7000 10.1
EE128 0.352 1600 284 454000 2200 12000 4.6
EE160 0.498 1600 398 637000 3200 9000 6.4
EE185 0.24 1488 370 551000 2800 1200 11.0
EE320 0.289 2000 577 115000 5952 8000 23.08

Ac:1kHz,0.5mA,100Ts
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T TYPE

(1)ORDERING CODE

Rio T

Material

22.5 x
£brd,

13.8 x 6.4
= " T

Type Outiside Diameter(A¢) Inside DiameterLength(D)

Applications: EMI supression generated form ribbon | D |

cable used in digital equipment
Materials can be Changed according to your request

(3)DIMENSIONS

Dimensions(mm)

NO. TYPE Ad Co D

1 T2.54x1.27x0.8 2.54+0.20 1.27+0.20 0.80+0.20
2 T2.54%x1.27x1.27 2.54+0.20 1.27+0.20 1.27+0.20
3 T4x2x1.5 4.00+0.20 2.00+0.20 1.50+0.20
4 T4.4x2.8x2.5 4.40+0.20 2.80+0.20 2.50+£0.20
5 T4.4x3x1.2 4.40+0.20 3.00+0.20 1.20+0.20
6 T4.5x1.8x1.4 4.50+0.20 1.80+0.20 1.40+0.20
7 T4.5%x2.2x0.75 4.50+0.20 2.20+0.20 0.75+0.20
8 T4.8x2.8x1.5 4.80+0.20 2.80+0.20 1.50+0.20
9 T6x3x2 6.00+0.20 3.00+0.20 2.00+0.20
10 Téx3x3 6.00+0.20 3.00+0.20 3.00+0.20
11 T8x4x3 8.00+0.20 4.00+0.20 3.00+0.20
12 T8x5x4 8.00+0.20 5.00+0.20 4.00+0.20
13 TIx5x3 9.00+0.20 5.00+0.20 3.00+0.20
14 T9x5x4.5 9.00+£0.20 5.00+0.20 4.50+0.20
15 T9.5x5x%x5 9.50+0.20 5.00+£0.20 5.00+0.20
16 T9.65%x5.02x%x5 9.65+0.20 5.02+0.20 5.00+0.20
17 T9.65x6.35x4.8 9.65+0.20 6.35+0.20 4.80+0.20
18 T10x6x4 10.0+0.30 6.00+0.20 4.00+0.20
19 T10x7.1x5 10.0+0.30 7.10+0.20 5.00+0.20
20 Ti12x6x4 12.0+0.30 6.00+0.20 4.00+0.20
21 T12.7x7.9%6.35 12.7+0.30 7.90+£0.20 6.35+0.20
22 T13x7x4 13.0+0.30 7.00+£0.20 4.00+0.20
23 T13.3%7.2x3 13.3+0.30 7.20+0.20 3.00+0.20
24 T14x8x7 14.0+0.30 8.00+0.20 7.00+£0.20
25 T14x9x5 14.0+0.30 9.00+£0.20 5.00+0.20
26 T14x10x8 14.0+0.30 10.0+0.30 8.00+0.20
27 T15x8x6 15.0+0.30 8.00+£0.20 6.00+£0.20
28 T16x9x4 16.0+0.30 9.00+0.20 4.00+0.20
29 T16x10x5 16.0+0.30 10.0+0.30 5.00+0.20
30 T16x12x8 16.0+0.30 12.0+0.30 8.00+0.20
31 T17.5x13.2x7.7 17.5+0.30 13.2+0.30 7.70+£0.20
32 T18x8x6.5 18.0+0.30 8.00+£0.20 6.50+0.20
33 T18x9.5x3 18.0+0.30 9.50+0.20 3.00+0.20
34 T18x10x6 18.0+0.30 10.0+0.30 6.00+0.20
35 T18x10x10 18.0+0.30 10.0+0.30 10.0+0.30
36 T18.7x11x6.2 18.7+0.30 11.0+0.30 6.20+0.20
37 T19x10x10 19.0+0.30 10.0+0.30 10.0+0.30
38 T20x10x10 20.0+0.40 10.0+0.30 10.0+0.30
39 T20x11x10 20.0+£0.40 11.0+0.30 10.0+0.30
40 T20x16x8 20.0+0.40 16.0+0.30 8.00+0.20
41 T20.4x10.3x10 20.4+0.40 10.3+0.30 10.0+0.30
42 T21x13.2x6.4 21.0+0.40 13.2+0.30 6.40+0.20
43 T22x13.5x6.4 22.0+0.40 13.5+0.30 6.35+0.20
44 T22.5x13.8x6.4 22.5+0.40 13.8+0.30 6.40+0.20
45 T23x12.5%x9.5 23.0+0.40 12.5+£0.30 9.50+0.20
46 T25x13x12 25.0+0.50 13.0+0.30 12.0+0.30
47 T25x15%x12 25.0+0.50 15.0+0.30 12.0+£0.30
48 T27x15x12 27.0+0.50 15.0+0.30 12.0+£0.30
49 T28x16x13 28.0+0.50 16.0+0.30 13.0+£0.30
50 T29x19x7.7 29.0+0.50 19.0+0.30 7.70+£0.20
51 T30x18x7.5 30.0+£0.50 18.0+0.30 7.50+0.20
52 T31x19x8 31.0+0.50 19.0+0.30 8.00+0.20
53 T31x19x10 31.0+0.50 19.0+0.30 10.0+£0.30
54 T35x21x12 35.0+0.50 21.0+£0.40 12.0+0.30
55 T36x23x12 36.0+0.50 23.0+0.40 12.0+£0.30
56 T36x25%x12 36.0+0.50 25.0+0.50 12.0+0.30
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RHH,R3H,R4H,R6H, TYPE

(1)ORDERING CODE
Lp_RHH 7.72 x5.54 x H1.4
I I I T

Material Type Outiside Diameter(Ad ) Length(D) HoleiC )

B_?_QRZBH 16 x _28 xH5.0

Material Type  Outiside Diameter(Ad)  LengthtD) Hole(C )

R120 R4H 8 x _5 xHL.2

Materal Type Outistde Diameter(Ad)  LengthD) Hole(C by

Llr&RGH 6.3 x _10 x HO.8
T -1 . T

Material Type Outiside Diameter(Ad)  LengthiDy Hole(C i)

1

Materials can be Changed according to yourrequest

(2) SHAPE

| [N C | D] i D | i | ,n |
Fig 1 RHH Fig 2 RHH Fig 3 R3H Fig 4 R4H Fugi 5 R6H
(3) DIMENSIONS
. Dimensions(mm)
NO TYPE Fig Ad Cé D
1 |RHH4x4HO0.5 1 4.00+0.20 0.50+0.10 4.00+0.20
2 |RHH5x10H0.7 1 5.00+£0.20 0.70+0.10 10.0+0.30
3 |RHH6x6H1.2 1 6.00+£0.20 1.20+0.10 6.00+£0.20
4 |RHH7.22x5.54H1.4| 2 7.22+0.30 1.40+0.10 5.54+0.20
1 R3H16x28H5.0 3 16.0+0.30 5.00+0.20 28.0+0.50
1 R4H6x7H1.4 4 6.00+0.20 1.40+0.10 7.00+£0.20
2 | R4HB8x5H1.2 4 8.00+0.20 1.20+0.10 5.00+0.20
1 R6Hx10H0.8 5 6.00+0.20 0.80+0.10 10.0+0.30
2 | R6H6.3x10H0.8 5 6.30+0.20 0.80+0.10 10.0+0.30

PP T PE

(1)ORDERING CODE

ke &

(2)SHAPE
1= ] G [T
Fig4 Fig
Fig1
(3)SHAPE
) Dimensions(mm)
1 FYF-30 3 12.0 £ 0.40 11.5+0.40 4.00+£0.30 21.5+1.00
2 FYF-35 5 15.0 £ 0.50 15.0+£0.50 4.50+0.30 25.0+1.00
3 FYF-50 3 16.0 £ 0.50 14.5+0.50 6.00+0.40 30.0+1.00
4 FYF-65 4 19.5 £ 0.50 19.0+0.50 6.50+0.40 32.0+1.00
5 FYF-78 1 19.5 £ 0.50 24.0+£1.00 8.00+0.40 17.0+£1.00 23.5+1.00
6 FYF-80 3 19.5 £ 0.50 18.0+£0.50 9.00+0.50 35.0+£1.00
7 FYF-90 2 20.0 £1.00 20.0+1.00 9.00+0.50 31.5+1.00
8 FYF-100 4 22.5 *1.00 23.5+1.00 10.0+0.50 23.0+1.00
9 FYF-103 1 24.0 £ 1.00 28.0+1.00 10.3+0.50 13.2+1.00 19.7+1.00
10 FYF-110 2 20.5 £1.00 32.0+1.00 11.0+0.50 36.0+1.00
11 FYF-130 4 31.5 £1.00 30.0+1.00 13.0+0.50 33.0+1.00
12 FYF-145 1 29.5 £1.00 34.0+1.00 14.0+0.50 15.0+1.00 21.5+1.00
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FP ,PL TYPE

(1)ORDERING CODE

L?_QFP 19 x 6.5 x 12
T ! T T

Material Type Length(D) Width(B) Thickness(D)

Materials can be Changed according to your request

(2) SHAPE

Fig1
(3) DIMENSIONS

) Dimensions(mm)
1 FP15x6.5x12 1 15.0+0.4 6.50+0.3 10.0+0.3 12.0+0.4 1.6+0.3
2 FP16x5x12 1 16.0+0.4 5.00+0.3 11.56+0.5 12.0+0.4 0.8+0.2
3 FP17x5x9 1 17.0+0.4 5.00+0.3 13.0+0.5 9.00+0.3 0.8+0.2
4 FP19x6.5x12 1 19.0+0.5 6:50+0.3 13.8+0.5 12.0+0.4 1.5+0.3
5 FP23.8x6.3x15 1 23.8+0.8 6.30+0.3 19.5+0.5 15.0+0.4 1.1+0.2
6 FP26x6.5x12 1 26.0+0.8 6.50+0.3 21.0+0.5 12.0+0.4 1.5+0.3
7 FP27x14.5x12.5 1 27.0+0.8 14.5+0.5 18.8+0.5 12.5+0.4 6.7+0.3
8 FP27x5.5x12 1 27.0+0.8 5.50+£0.3 22.0+0.5 12.0+0.4 1.5+0.3
9 FP28x7.7x14.6 3 28.0+1.0 7.70+0.3 23.0+0.5 14.6+0.4 1.4+0.3
10| FP28.5x6.5x12 1 28.5+1.0 6.50+0.3 23.5+0.5 18.0+0.4 1.1+0.2
11| FP33.5x6.5x12 1 33.5+1.0 6.50+0.3 28.0+0.5 12.0+0.4 1:1%0.2
12 FP38.5x12x25.4 2 38.5+1.0 12.0+0.4 26.8+0.5 25.4+0.8 1.8+0.3
13| FP39x12.5x12.5 1 39.0+1.0 12.5+0.4 31.5+0.5 12.5+0.4 4.5+0.3
14| FP40x6.5x12 1 40.0+1.0 6.50+0.3 35.0+1.0 12.0+0.4 1.3+0.3
15| FP45.2x6.5x12 1 45.2+1.0 6.50+0.3 40.0+1.0 12.0+0.4 1.5+0.3
16| FP49.6x6.5x12 1 49.6+1.0 6.50+0.3 45.0+1.0 12.0+0.4 1.5+0.3
17| FP57.6x6.5x12 1 57.6+1.0 6.50+0.3 52.0+1.0 12.0+0.4 1.56+0.3
18| FP64x13x15 2 64.0+1.0 13.0+0.4 52.5+1.0 15.0+0.4 1.6+0.3
19| FPB4x13x28 2 64.0+1.0 13.0+0.4 52.5£1.0 28.0+0.8 1.5£0.3
1 PL38.1x25.4x6.35 | 4 38.1+1.00 6.35+0.50 26.6+0.70 25.4x+0.70 0.85+0.20
2 PL45.1x28.5x6.35 | 4 45.1+1.00 6.35+0.50 34.4+1.00 28.5+0.50 0.85+0.20

F,SH,SR ,SMB,SMF TYPE

(1)ORDERING CODE
R F ] xizx 2

Matenial  Type Widin(A)  Length(B) Thickness(D)

J8x g x & x M

Matorinl  Type Width(f) Length(B) Thickness(D) Hole(Cw)

RIZOSR 1.5 x 1.5x 6

Matenial  Type Length(A)  WidihiB)  Thickness(D)

REOSMB _§ x 2.5x.4

Material

R8O SHB 11 x 11 x

Matenial

Type  LengthiA]  Width(B)  Thic

Type  Lengih(A)  Widihi(B)  Thic

Materials can be Changed according to your request

10
T T

kness(D)

(W)

knass(D) Coli form

(3) SHAPE
T I wm———
ol ] O S —
i : & | - = f
cy = | L—\b — & L D --—‘! L_B.
T RET ke
Fig 1 F Fig 2 SH Fig 3 SR Fig 4 SMB Fig 5 SMF
(4) DIMENSIONS i
- Dimensions(mm)
NO TYFPE Fig A B Cy D
1 F7x12x20 1 7.00+0.20 12.0+0.30 20.0+0.40
1 SH3.5x3x5H1.3 2 3.50+0.20 3.00+0.20 1.30+0.10 5.00+0.20
1 SR1.5x1.5x6 3 1.50+0.10 1.560+0.10 6.00+0.20
2 SR2.45x1.1x3.6 3 2.45+0.10 1.10+0.10 3.60+0.20
1 SMB3x2.5x4 4 3.00+0.20 2.50+0.20 4.00+0.20
2 SMB3x2.5x8.5 4 3.00+0.20 2.50+0.20 8.50+0.20
1 SMF11x11x10(w) | 5 11.0+0.30 11.0+0.30 0.65+0.10 10.0+0.30
2 SMF7.6 x5x10(w) 5 7.90+0.20 5.00+0.20 0.65+0.10 10.0+0.30
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Metallic Powder Core Introduction

INTRODUCTION

Our metallic powder core including five kinds of metallic material, Fe, FeNiMo, FeNi50,
ALSiFe, Carbonyl-Fe, which can be used in various application Iron powder as a core material
has been widely used. The distributed air gap propertiesiniron powder cores also make them
extremely well suited for a variety of energy storage inductor applications. Iron powder cores
is a Cost-Effective design. It can also be used in place of ferrite and iron-alloy lamination requiring
agap.
TEMPERATURE EFFECTS

Metallic powder cores are fitted for temperature range from 65 to +125 . Highestworking

temperature of type H and Y (with special coat)is 300 . Highestworking frequency is 600kHz.
Testing condition: U=0.3V, =0.3mm Or 0.5 wire, N=10 wires, f=300kHz. When cores are placed

in higher temperature, it will make inductance and quality factor (Q) to perpetually decrease. Change
in this character is depended on time, temperature core, size and frequency and flux density etc.

FINISH

Toroidal iron powder cores and Bus bar cores, manufactured by our company, are well finished
with protecting paint. The minimum dielectric strength of coating is 600Vrms under 50Hz.The dielectric
strength also may be increased according to the needs of customer. The surface of E-shaped and
U-shaped cores are treated with antirust material. We suggest the user to carefully store the untreated

products to avoid moist and rain.

APPLICATION
Our products mainly used in DC output choke, different mode input choke, power facto r correcting
inductor, continuous mode flyback inductor , light-adjusting choke and other EMI/RFI circuit.
We successfully perfected alot of high quality iron powder core series products in recent years,
which had passed the certification of national grade new product. Main technical properties are up to

similar products in China and foreign countries.

/ Guarantees/Warranties/Terms and Conditions \

The quality of our products is guaranteed, Delivery guaranteed in 20 days after confirmation of order ,

Paymentterms are T/T or L/C at sight.
After Sales Service
After sales services such as insurance ,shipping ,customs ,export documents ,quality inspections ,and
maintenance are offered through our customer service center in Xiamen ,China.
Key contact person:
Susan Chen
Service department
Tel:86 592 2217138 2225286 2219816

QaX:SG 5922222216 2207122 /
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1.MATERIAL PROPERTIES OF THE IRON POWDER CORE

Material | 3° 55 75 22 33 60 75a
Characteristic
Permeability |35 55 75 22 33 60 75
Temp.Coef.of (250 360 825 410 600 950 650
Perm(+ppm/oC)
Color Code Yellow/red | Green/red| Yellow/white | Gray/green| Gray/yellow | Green/yellow | Green/blue

2.SIZE TOLERANCE(mm) OF THEIRON POWDER CORE

gg)r(tl?\lnugmber OD(mm) ID(mm) Ht(mm)
YT30-YT38 0.35 0.35 0.35
YT44-YT72 0.50 0.50 0.50
YT80-YT141 0.50 0.50 0.60
YT150-YT225 0 .60 0 .60 0.75
YT249-YT300 0.75 0.75 0.75

The listed tolerance includes coating.

3.MATERIAL PROPERTIES OF OTHER METALLIC POWDER CORE

femp.Coeff, Density Bs Inductance coeff
- (-65~125) oC u
Type| Material Q (ppm) (g/cm3) %Orleo; (Gs) Tolerance Al
T3H | FeNi50 60 20 300 7.6 Blue 13000 1 5%
T4H | FeNi50 | 125 5 300 7.6 Blue 13000 15%
le

4+— QOD——
( )S «— 1D —»
1) SHAPE !

G

T Ae
OD-ID 4mpeAe

(1) SYMBOL AND FORMULA

Ae Core Cross sectional area(cm?2)
Le Effective magnetic path length(cm)
N Winding turns

AL Inductance rated value (nH/N2)of one core,during frequency
10KHz and AC flus density 10 gauss(ImT)
L Inductance
e Effective Permeability
3.14
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CURVES OF THEIRON POWDER CORES

12000 — 12000
-35 Material 2 i -33 Material 2
Bm1 2500gauss 3 8000 Bm1 1000gauss £ 899
Br4 60gauss ) Br3 00gauss <)
Hm5 OOoersteds & HmS 00 oersteds 2
Hc9 .0oersteds & 4000+ Hc5 .0oersteds m 4000
' ' ' ' ' ' ' ' ' '
T T T T T T T T T T T T T T T T T T T T
100 200 300 400 500 100 200 300 400 500
1 H(Oersted) H(Oersted)
-22 Material
Bm9 740 gauss
1 Br2 00 gauss
Hm5 00 oersteds
Hc5 .0 oersteds
15000 + 15000
-75 Material -75a Material
Bm1 3800gauss 7 10000 - Bm1 4000gauss z 10000 4
Brl 7500 gauss 2 Br1 450 gauss 3
Hm 2 50 oersteds g Hm 2 50 oersteds ©
Hc5 .5oersteds 2 5000 Hc 6 .3 oersteds :5_ 5000 -
m
H(Oersted) H(Oersted)
-60 Material -55 Material
Bm1 3800 gauss Bm1 0300 gauss
Br1 000 gauss Br9 40 gauss
Hm 2 50 oersteds Hm 2 50 oersteds
Hc 4 .5oersteds Hc 8 .0oersteds

POWDER CORE

Y S O )
[ [ [ [ 1 [ [ [ 1
Effective permeability
vs frequency
100 —
90 —
Ze0-
= 75‘a
Ie) = ———
S 70— : <
: :
3 60— 60
[ I ~
2 55
s 50 —
[
=
W 40 —
-35
I
30 — 22—
I
2
20 — = ——
~
=St
10—
1kHz 10kHz 100MHz 1MHz 10MHz 100MHz
Frequcy(hertz)
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1a

CORES LOSS VS PEAKAC FLUXDENSITY

OF THE IRON POWDER CORE

YUXIANG Magnetic Mater
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TOROIDAL CORES

(1) ORDERING CODE
YT 50 75 A

[ [
Shape Dimension code Material Height difference

—_— D —

(2) SHAPE @ L , =

TYPE AL oD 1D Ht Le Ae Ve
Y130-35 14.0 7.80 3.84 3.25 1.84 .060 110
YT30-55 22.0 7.80 3.84 3.25 1.84 .060 110
YT30-75 33.5 7.80 3.84 3.25 1.84 .060 110
YT30-60 28.0 7.80 3.84 3.25 1.84 .060 110
VI30-75A 30.5 7.80 3.84 3.25 1.84 .060 110
VIR7.3E 150 9.53 5.21 3.25 2.31 064 147
viag £k Lon 9.53 5.21 3.25 2.31 064 147
e o 9.53 5.21 3.25 2.31 064 147

' 9.53 5.21 3.25 2.3 064 147
YF37-60 945
9.53 5.21 3.25 2.31 064 147
YIS /-30A 20.U
9.53 4.45 4.83 2.18 14 248
¥198-35 200 9.53 4.45 4.83 2.18 14 248
Y138-55 36.0 9.53 4.45 4.83 2.18 114 248
Y138-75 49.0 9.53 4.45 4.83 2.18 114 248
Y138-60 41.5 9.53 4.45 4.83 2.18 114 248
YT38-75A 49.0 11.2 5.82 4.04 2.68 .099 266
YT44-35 18.0 11.2 5.82 4.04 2.68 .099 266
YT44-55 25.5 11.2 5.82 4.04 2.68 .099 266
V144-75 370 11.2 5.82 4.04 2.68 .099 266
V144-60 31.0 11.2 5.82 4.04 2.68 .099 266
VTAA.TEA a5 0 11.2 5.82 6.35 2.68 212 567
VIAL TEAD 200 12.7 7.70 4.83 3.19 112 .358
12.7 7.70 4.83 3.19 112 .358
VI50.-35 175
12.7 7.70 4.83 3.19 112 .358
(150-55 249
12.7 7.70 4.83 3.19 112 .358
Yi50-75 33.5
12.7 7.70 4.83 3.19 112 .358
YIOU-0U 27.0
12.7 7.70 6.35 3.19 148 471
YT -/5A 33.0

o075 12.7 7.70 6.35 3.19 148 471
¥Y150-358 23.0 12.7 7.70 6.35 3.19 148 471
Y150-558 32.0 12.7 7.70 6.35 3.19 148 471
Y150-758B 43.5 12.7 7.70 6.35 3.19 148 471
YT50-608B 38.5 12.7 7.70 8.51 3.19 .200 .637
YT50-75AB 43.5 12.7 7.70 8.51 3.19 .200 637
YT50-35C 28.3 12.7 7.70 6.53 3.19 223 711
YT50-75C 61.0

YT150-75D 72.0 60
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TYPE AL oD ID Ht Le Ae Ve
Y750-60D 59.0 12.7 7.70 6.53 3.19 223 VAR
YT50-75AD 66.0 12.7 7.70 6.53 3.19 223 711
Y151-35C 37.0 12.7 5.80 6.35 2.79 223 622
YT51-55C 55.0 12.7 5.80 6.35 2.79 223 .622
YT151-75C 83.0 12.7 5.80 6.35 2.79 223 622
VIE1-40C 67.0 12.7 5.80 6.35 2.79 223 622
VIR 7EAC e 12.7 5.80 6.35 2.79 223 622

15.2 8.53 5.94 3.74 187 699
TAQ-RE 10 QO
o o 15.2 8.53 5.94 3.74 187 699
T o 15.2 8.53 5.94 3.74 187 699
6875 59.0

15.2 8.53 5.94 3.74 187 699
Yov-ol A 15.2 8.53 5.94 3.74 187 699
¥1eU-75A ar.u 15.2 8.53 11.9 3.74 374 1.40
Y160-75D 97.0 15.2 8.53 1.9 3.74 374 1.40
YT60-75AD 94.0 17.5 9.40 4.83 4.23 179 759
YT68-35 19.5 17.5 9.40 4.83 4.23 179 759
YT768-55 29.0 17.5 9.40 4.83 4.23 179 759
YT68-75 43.5 17.5 9.40 4.83 4.23 179 759
YT68-60 35.0 17.5 9.40 4.83 4.23 179 759
YT68-75A 40.0 17.5 9.40 6.35 4.23 242 1.03
VT68-35A 26.0 17.5 9.40 6.35 4.23 242 1.03
VT68-55A 305 17.5 9.40 6.35 4.23 242 1.03
VTARL7EA - 17.5 9.40 6.35 4.23 242 1.03
VTAR AN . 17.5 9.40 6.35 4.23 242 1.03

17.5 9.40 9.53 4.23 .358 1.52
YF68-75AA 549

17.5 9.40 9.53 4.23 .358 1.52
YI68-75D 87.0

17.5 9.40 9.53 4.23 .358 1.52
YIO00-OUD /U U

18.3 7.1 6.60 4.01 .349 1.40
¥168-75AD o0y 18.3 7.1 6.60 4.01 .349 1.40
Y172-35 96.0 18.3 7.11 6.60 4.01 .349 1.40
Y172-55 60.0 18.3 7.11 6.60 4.01 1349 1.40
Y172-75 90.0 18.3 7.11 6.60 4.01 349 1.40
Y172-60 71.0 20.0 12.6 6.35 514 231 1.19
YT72-75A 82.0 20.0 12.6 6.35 5.14 231 1.19
Y180-35 18.0 20.0 12.6 6.35 5.14 231 1.19
YT80-55 31.0 20.0 12.6 6.35 5.14 231 1.19
V180-75 26.0 20.0 12.6 6.35 5.14 231 1.19
VI80-60 39.5 20.2 12.6 9.53 5.14 347 1.78
VIR0 75A 450 20.2 12.6 9.53 5.14 347 1.78
vian. AsR o s 20.2 12.6 9.53 5.14 347 1.78

20.2 12.6 9.53 5.14 347 1.78
(180-558 465
o A 20.2 12.6 9.53 5.14 347 1.78
TTOU=79UD 710

20.2 12.6 12.7 5.14 453 2.33
YTOU-0UDB o7.U

20.2 12.6 12.7 5.14 453 2.33
YISU-70AB 03.U

22.9 14.0 9.53 5.78 .395 2.28
¥180-75D 92.0 22.9 14.0 9.53 5.78 .395 2.28
YT80-60D 79.0
YT80-75AD 83.0 61

YT90-35 30.0
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TYPE A oD ID Ht Lle Ae Ve
YT90-55 47.0 22.9 14.0 9.53 5.78 1395 2.28
Y190-75 70.0 22.9 14.0 9.53 5.78 395 2.28
YT90-60 57.0 22.9 14.0 9.53 5.78 .395 2.28
YT90-75A 64.0 22.9 14.0 9.53 5.78 395 2.28
\194.35 05 0 23.9 14.2 7.92 5.97 362 216
- 400 23.9 14.2 7.92 5.97 362 216
vion 7 o 23.9 14.2 7.92 5.97 362 216

23.9 14.2 7.92 5.97 1362 216
\I/T()A 60 A0 N
o L 23.9 14.2 7.92 5.97 362 216
A o 26.9 14.5 1.1 6.49 659 4.28
YITTUDO-59 40.U

26.9 14.5 1.1 6.49 659 4.28
YTT - /0.0

0655 26.9 14.5 1.1 6.49 659 4.28
- 93,

YIT06-75 5.0 26.9 14.5 1.1 6.49 659 4.28
YT106-22 30.0 26.9 14.5 1.1 6.49 659 4.28
YT106-33 40.0 26.9 14.5 11.1 6.49 659 4,28
YT106-60 81.0 26.9 14.5 11.1 6.49 659 4,28
YT106-75A 95.0 26.9 14.5 7.92 6.49 461 3.00
YT106-55A 49.0 26.9 14.5 7.92 6.49 461 3.00
YT106-75A 67.0 26.9 14.5 7.92 6.49 461 3.00
VT 06-60A 56.0 26.9 14.5 7.92 6.49 461 3.00
VT106.75AA 7.0 26.9 14.5 14.6 6.49 858 5.57
V106558 010 26.9 14.5 14.6 6.49 858 5.57

26.9 14.5 14.6 6.49 858 5.57
YT104-75R 124 .0

26.9 14.5 14.6 6.49 858 5.57
IIT'!f\L LﬁB '!ﬁLI('\
o o 31.6 18.0 7.11 7.75 459 3.55
A N 33.0 19.8 1.1 8.28 698 5.78
THesre oo 33.0 19.8 1.1 8.28 698 5.78
YIT3U-30 J30.U

33.0 19.8 1.1 8.28 698 5.78
¥T130-55 8.0 33.0 19.8 1.1 8.28 698 5.78
YT130-75 81.0 33.0 19.8 1.1 8.28 698 5.78
YT130-22 25.0 33.0 19.8 1.1 8.28 698 5.78
YT130-33 33.0 33.0 19.8 11.1 8.28 698 5.78
YT130-60 69.0 33.0 19.8 5.72 8.28 361 2.99
YT130-75A 79.0 33.0 19.8 5.72 8.28 361 2.99
YT130-75A 41.0 33.0 16.3 1.1 7.72 885 6.84
YT130-60A 34.0 33.0 16.3 11.1 7.72 .885 6.84
VT181-35 52.5 33.0 16.3 1.1 7.72 885 6.84
VI131.55 70 0 33.0 16.3 1.1 7.72 885 6.84
Vi1l 75 140 33.0 16.3 1.1 7.72 885 6.84
ini an s 33.0 16.3 1.1 7.72 885 6.84
o o 33.0 17.8 1.1 7.96 805 6.41
S o 33.0 17.8 1.1 7.96 805 6.41
YT 31=75A 16870

33.0 17.8 1.1 7.96 805 6.41
fHoesro oo 35.9 22.4 10.5 9.14 674 6.16
YT132-60 83.0 35.9 22.4 10.5 9.14 674 6.16
YT132-75A 9.0 35.9 20.4 10.5 9.14 674 6.16
YT141-75 75.0
YT141-60 60.0 62

YT141-75A 69.0
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TYPE A oD ID Ht Le Ae Ve
YT150-75 96.0 38.4 21.5 1.1 .38 887 8.31
YT150-60 78.0 38.4 21.5 1.1 9.38 887 8.31
YT150-75A 89.0 38.4 21.5 1.1 .38 887 8.31
YT150-75A 66.0 38.4 21.5 8.26 9.38 657 6.16
YT157-35 42.0 39.9 24.1 14.5 10.0 1.06 10.7
VI157.55 a0 39.9 241 14.5 10.0 1.06 10.7
viieg 7e onn 39.9 241 14.5 10.0 1.06 10.7
V1157 92 ars 39.9 241 14.5 10.0 1.06 10.7

N o 39.9 241 14.5 10.0 1.06 10.7
S R 39.9 24.1 14.5 10.0 1.06 10.7
T57-66 860

39.9 24.1 14.5 10.0 1.06 10.7
YI'TOS/-70A vY.U

44.5 27.2 16.5 11.2 1.34 15.0
YTT75-55 82.0 44.5 27.2 16.5 11.2 1.34 15.0
YT175-75 105.0 44.5 27.2 16.5 1.2 1.34 15.0
YT175-60 90.0 44.5 27.2 16.5 1.2 1.34 15.0
YT175-75A 105.0 46.7 24.1 18.0 11.2 1.88 21.0
Y7184-35 72.0 46.7 24.1 18.0 11.2 1.88 21.0
YT184-55 116.0 46.7 24.1 18.0 11.2 1.88 21.0
YT184-75 169.0 46.7 241 18.0 1.2 1.88 21.0
YT184-22 51.0 46.7 24,1 18.0 1.2 1.88 21.0
YT184-33 70.0 46.7 241 18.0 11.2 1.88 21.0
V18440 1430 46.7 241 18.0 1.2 1.88 21.0
V184 7EA 150 O 50.8 31.8 14.0 13.0 1.27 16.4
/100035 o s 50.8 31.8 14.0 13.0 1.27 16.4

50.8 31.8 14.0 13.0 1.27 16.4
Y12006-55 676

50.8 31.8 14.0 13.0 1.27 16.4
YF200-75 920

50.8 31.8 14.0 13.0 1.27 16.4
YIZUU-335 S/.U

50.8 31.8 14.0 13.0 1.27 16.4
¥1200-60 9.0 50.8 31.8 25.4 13.0 2.32 30.0
YT200-75A 92.0 50.8 31.8 25.4 13.0 2.32 30.0
Y1200-358 78.5 50.8 31.8 25.4 13.0 2.32 30.0
YT200-558 120.0 50.8 31.8 25.4 13.0 2.32 30.0
YT200-758 160.0 50.8 31.8 25.4 13.0 2.32 30.0
YT200-608 142.0 50.8 241 22.2 11.8 2.81 33.2
YT200-75AB 155.0 50.8 241 22.2 11.8 2.81 33.2
YT201-55 164.0 50.8 24.1 22.2 11.8 2.81 33.2
Y1201-75 224.0 50.8 24.1 22.2 11.8 2.81 33.2
VI201-60 194.0 57.2 31.8 19.1 14.0 2.31 32.2
VIo01.7EA o4 0 57.2 31.8 19.1 14.0 2.31 32.2

57.2 35.7 14.0 14.6 1.42 20.7
VI22A4.75C 156 0O

57.2 35.7 14.0 14.6 1.42 20.7
224 75AC }556-9
o o 57.2 35.7 14.0 14.6 1.42 20.7
T 1TZ2Z29-990 420

57.2 35.7 14.0 14.6 1.42 20.7
YTZZ0-00 Oo/7.U

57.2 35.7 14.0 14.6 1.42 20.7
YT225-75 98.0

57.2 35.7 14.0 14.6 1.42 20.7
Y1225-22 28.0 57.2 35.7 14.0 14.6 1.42 20.7
Y1225-33 37.0
Y1225-60 78.0 63

YT225-75A 92.0
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TYPE Al oD ID Ht Le Ae Ve
Y1225-758 160.0 57.2 35.7 25.4 14.6 2.59 37.8
YT225-75A8 155.0 57.2 35.7 25.4 14.6 2.59 37.8
V124975 203.0 63.5 35.7 25.4 15.6 3.36 52.3
VI249-75A 203.0 63.5 35.7 25.4 15.6 3.36 52.3
VTOEQ.EE 177 0 63.5 31.8 25.4 15.0 3.84 57.4
Viosn oe ot 0 63.5 31.8 25.4 15.0 3.84 57.4

63.5 31.8 25.4 15.0 3.84 57.4
\IITQRH AD '!04_0
o o 63.5 31.8 25.4 15.0 3.84 57.4
e T 77.2 49.0 12.7 19.8 1.68 33.4
YTSUU-90 o/7.U

77.2 49.0 12.7 19.8 1.68 33.4
YI3UU-55 03.U

77.2 49.0 12.7 19.8 1.68 33.4
1300-75 80.0 77.2 49.0 12.7 19.8 1.68 33.4
Y1300-22 23.0 77.2 49.0 12.7 19.8 1.68 33.4
Y1300-33 34.5 77.2 49.0 12.7 19.8 1.68 33.4
YT300-60 71.0 77.2 49.0 12.7 19.8 1.68 33.4
YT300-75A 80.0 77.2 49.0 25.4 19.8 3.38 67.0
YT300-75D 160.0 77.2 49.0 25.4 19.8 3.38 67.0
YT300-22D 46.0 77.2 49.0 25.4 19.8 3.38 67.0
VT300-33D 69.0 77.2 49.0 25.4 19.8 3.38 67.0
\T300-60D 149.0 77.2 49.0 25.4 19.8 3.38 67.0
Y7300-75AD 160.0

SIZE TOLERANCE

TYPE oD ID Ht
YT30-YT38 0 .35 0.35 0.35
YT44-YT72 0.50 0.50 0.50
YT80-YT141 0.50 0.50 0.60
YT150-YT225 0.60 0.60 0.75
YT249-YT300 0.75 0.75 0.75
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(1) ODERING CODE

YE 13 75 A
T T T

Shape Dimension code Material Dimension difference

E TYPE IRON POWDER CORE

T ]
(2) SHAPE A (T} B
1 ST

o

TYPE Al A B C D F G le Ae v W
YE13-35 205 | 12.7 1.1 3.18 7.93 3.18 9.53 2.86 101 288 252
YE13-55 200 | 12.7 1.1 3.18 7.93 3.18 9.53 2.86 101 288 252
VE13-75 380 | 12.7 1.1 3.18 7.93 3.18 9.53 2.86 101 288 252
YE13-75A 38.0 12.7 11.1 3.18 7.93 3.18 9.53 2.86 101 .288 .252
VE16.35 305 | 164 16.3 4.62 12.0 4.62 1.3 3.98 224 861 1399
1675 sao | 164 16.3 4.62 12.0 4.62 1.3 3.98 224 861 1399
1A AN cn | 1064 16.3 4.62 12.0 4.62 1.3 3.98 224 861 1399
o175 soo | 104 16.3 4.62 12.0 4.62 1.3 3.98 224 861 1399
o L 19.1 16.1 4.75 1.6 4.75 14.3 4.20 226 936 551
T M TR 16.1 4.75 1.6 | 4.75 14.3 4.20 226 936 551
YET9=75 640

19.1 16.1 4.75 1.6 4.75 14.3 4.20 226 936 551
fET7-22 A TS 161 | 4.75 1.6 | 4.75 143 | 420 | 226 | 936 | .55
VET9-60 0.0 1 o 16.1 4.75 1.6 4.75 14.3 4.20 226 936 551
YET9-75A 1 59.0 | 5, 225 3.56 16.1 6.35 13.9 5.24 225 1.18 .605
YE20-75 49.0 20.2 19.9 5.84 14.0 5.84 14.6 4.84 1333 1.63 6.13
YE20-35A 38.0 20.2 19.9 5.84 14.0 5.84 14.6 4.84 .333 1.63 6.13
YE20-75A 73.0 | 20.2 19.9 | 5.84 14.0 5.84 14.6 | 4.84 1333 1.63 6.13
YE20-75B 73.0 | 25.4 25.4 7.29 17.5 7.29 17.7 6.08 548 3.38 908
YE25-35 51.0 | 254 25.4 7.29 17.5 7.29 17.7 6.08 548 3.38 908
VED5.75 060 | 25.4 25.4 7.29 17.5 7.29 17.7 6.08 548 3.38 908
YE25-75A 96.0 25.4 19.1 6.35 12.7 6.35 19.1 5.08 403 2.05 .806
VE05.35A sa0 | 254 19.1 6.35 12.7 6.35 19.1 5.08 403 2.05 806

25.4 19.1 6.35 12.7 6.35 19.1 5.08 403 2.05 806
YE25-55A JYau i)

25.4 19.1 6.35 12.7 6.35 19.1 5.08 403 2.05 806
VEDOE_7EA Q2 0O
o | 254 19.1 6.35 12.7 6.35 19.1 5.08 403 2.05 806
o N 25.9 19.1 14.1 8.89 6.35 19.4 3.93 895 2.36 581
TEZO-7 IOAA OU.U

30.1 30.1 7.06 19.9 7.06 19.9 7.14 498 4.60 1.27
YEZDO-3O I'TO.U

30.1 30.1 7.06 19.9 7.06 19.9 7.14 498 4.60 1.27
YESU-75 70.0 30.1 30.1 7.06 19.9 | 7.06 19.9 7.14 498 | 4.60 1.27
YE30-00 80.0 | 318 | 308 | 960 | 212 | 9.60 | 225 | 7.45 | 922 | 682 | 1.37
YE30-75A 90.0 31.8 30.8 9.60 21.2 9.60 22.5 7.45 922 6.82 1.37
YE32-75 134.0 31.8 30.8 9.60 21.2 9.60 22.5 7.45 922 6.82 1.37
YE32-33 63.5 349 | 29.1 9.53 19.6 | 953 25.4 7.40 907 6.72 1.55
YE32-60 113.0 | 34.9 | 29. 9.53 19.6 | 953 25.4 7.40 907 6.72 1.55
YE35-35 67.0

YE35-55 100.0 65
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TYPE A A B C D F G le Ae v W
YE35-75 134.0 | 349 | 29.1 9.53 19.6 9.53 25.4 7.40 907 6.72 1.55
YE35-22 50.5 34.9 | 29.1 9.53 19.6 9.53 25.4 7.40 907 6.72 1.55
YE35-60 1130 | 349 | 29. 9.53 19.6 9.53 25.4 7.40 907 6.72 1.55
VE35.-75A | 131.0 | 349 | 291 9.53 19.6 9.53 25.4 7.40 907 6.72 1.55
VE37.55 1100 | 37.0 34.8 10.8 24.1 10.8 26.3 8.50 117 9.89 1.84
— sen | 370 34.8 10.8 24.1 10.8 26.3 8.50 1.17 9.89 1.84

37.0 34.8 10.8 24.1 10.8 26.3 8.50 1.17 9.89 1.84
VERT7 _TEA 144 0

41.3 34.1 12.7 21.4 12.7 28.6 8.41 1.61 13.6 1.70
YE41-35 165-0

41.3 34.1 12.7 21.4 12.7 28.6 8.41 1.61 13.6 1.70
YEA41-55 490

41.3 34.1 12.7 21.4 12.7 28.6 8.41 1.61 13.6 1.70
YEAT/o SN TN YR 127 | 21.4 12.7 28.6 | 8.41 1.61 13.6 1.70
YEAT-22 /8.0

41.3 34.1 12.7 21.4 12.7 28.6 8.41 1.61 13.6 1.70
YE41-60 175.0 01 413 | 34 127 | 21.4 12.7 28.6 | 8.41 1.61 13.6 1.70
YE4T-75A | 199.0 | 408 42.2 15.0 30.7 12.0 30.7 10.4 1.80 18.5 2.87
YE43-35 97.0 42.8 42.2 15.0 30.7 12.0 30.7 10.4 1.80 18.5 2.87
YE43-55 135.0 | 42.8 42.2 15.0 30.7 12.0 30.7 10.4 1.80 18.5 2.87
YE43-75 195.0 | 42.8 42.2 15.0 30.7 12.0 30.7 10.4 1.80 18.5 2.87
YE43-22 73.0 | 42.8 42.2 15.0 30.7 12.0 30.7 10.4 1.80 18.5 2.87
VE43-60 163.0 | 42.8 42.2 15.0 30.7 12.0 30.7 10.4 1.80 18.5 2.87

YE43-75A 179.0 42.8 42.2 20.0 30.7 12.0 30.7 10.4 2.41 24.6 2.87
42.8 42.2 20.0 30.7 12.0 30.7 10.4 2.41 24.6 2.87
42.8 42.2 20.0 30.7 12.0 30.7 10.4 2.41 24.6 2.87

YE43-35A 116.0

YE43-55A 170.0
vinavia | oo | 428 | 422 | 200 | 307 | 120 | 307 | 104 | 241 | 246 | 287
42,8 | 422 | 200 | 307 | 120 | 307 | 104 | 241 | 246 | 287
¥E43-224 | 85.0
42,8 | 422 | 200 | 307 | 120 | 307 | 104 | 241 | 246 | 287
YEA3-33A——HO:0
42,8 | 422 | 200 | 307 | 120 | 307 | 104 | 241 | 246 | 287
TEA4S-0UA I'Y0.U

47.4 39.4 156.7 24.2 156.7 31.8 9.53 2.48 23.3 1.93

YE43-75AA Z230.0

47.4 | 39.4 15.7 | 24.2 15.7 | 31.8 | 9.53 | 248 | 23.3 1.93
YE47-35 1440 1 474 39.4 15.7 24.2 15.7 31.8 9.53 2.48 23.3 1.93
YE47-55 213.0 | 47.4 39.4 15.7 24.2 15.7 31.8 9.53 2.48 23.3 1.93
YE47-75 265.0 | 47.4 39.4 15.7 24.2 15.7 31.8 9.53 2.48 23.3 1.93
YE47-22 115.0 | 47.4 39.4 15.7 24.2 15.7 31.8 9.53 2.48 23.3 1.93
YE47-60 240.0 | 561 | 55.4 | 20.8 | 38.3 17.3 | 38.6 132 | 3.60 | 47.7 | 4.09
YE47-75A | 265.0 | 56.1 | 55.4 | 208 | 383 17.3 | 38.6 13.2 | 3.60 | 47.7 | 4.09
YE56-35 143.0 | 561 | 554 | 208 | 38.3 17.3 | 38.6 13.2 | 3.60 | 47.7 | 4.09
VE56-55 1960 | 56.1 | 554 | 208 | 383 17.3 | 38.6 13.2 | 3.60 | 47.7 | 4.09
VES6.75 0750 | 561 | 55.4 | 208 | 383 17.3 | 38.6 13.2 | 3.60 | 47.7 | 4.09
VEEADo a7 | 561 | 554 | 208 | 38.3 17.3 | 38.6 13.2 | 3.60 | 47.7 | 4.09
verp an aen | 561 | 554 | 208 | 383 17.3 | 38.6 13.2 | 3.60 | 47.7 | 4.09
o660 pago| 869 | 41.6 18.9 | 29.0 18.9 | 38.1 115 | 358 | 408 | 2.78
| ] 569 | 476 18.9 | 29.0 18.9 | 38.1 115 | 358 | 408 | 2.78
e T o569 | 476 18.9 | 29.0 18.9 | 38.1 1.5 | 358 | 408 | 2.78
TE97OS U 569 | 476 | 189 | 29.0 | 189 | 38 1.5 | 358 | 408 | 278
YES705 1 2AUTT 560 | 476 | 189 | 290 | 189 | 381 | 115 | 358 | 408 | 278
YES/-/5 3250 | 569 | 476 | 189 | 290 | 189 | 381 | 115 | 358 | 408 | 278
YES7-22 139.0°1 775 | 775 | 237 | 538 | 237 | 538 | 185 | 562 | 104 | 8.10
YE57-60 290.0

YE57-75A  325.0 66

YE77-35 1566.0
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TYPE A A B C D F G le Ae v w
YE77-55 0000 | 775 | 775 | 237 | 538 | 237 | 53.8 | 185 | 562 | 104 | 8.10
YE77-75 287.0 | 775 | 775 | 237 | 538 | 237 | 538 | 185 | 562 | 104 | 8.10
VE77.90 1oa0 | 776 | 775 | 237 | 838 | 237 | 838 | 185 | 562 | 104 | &.10
VE77.33 1500 | 775 | 775 | 237 | s38 | 237 | 538 | 185 | 562 | 104 | 810
Ver740 veso | 775 | 775 | 237 | 538 | 237 | s38 | 185 | 562 | 104 | 810
verren | omon | 778 | 775 | 237 | s38 | 237 | s3s | 185 | s62 | 104 | 810

775 | 775 | 31.6 | 538 | 23.7| 538| 185| 7.49| 139 | 8.10
VE77-75A—| 3820
o T rrs | 77 | a6 | s3s | 237 s3s| 18s| 7.49] 139 | sa0
S T 975 | 775 | 316 | 538 | 23.7| s38| 185| 7.49] 139 | s.10
YE77-OUR o07.U

776 | 775 | 31.6 | 538 | 237 | s538| 185| 7.49| 139 | 8.10

YE//-7O0ARA 382.U

SIZE TOLERANCE
TYPE A B C D F G
YE13-YE30 0 .25 0.25 0.10 0.15 0.10 0.15
YE32-YE4] 0.35 0.35 0.15 0.25 0.15 0.25
YE43-YES7 0.35 0.35 0.25 0.25 0.15 0.25
YE77 0.75 0.75 0.35 0.50 0.35 0.50

67



:" YUXIANG Magnetic Material Ind . Co., LTD

«— B
BUS BAR IRON POWDER CORES T| _’|

(1) ORDER CODE N _]T)_ """""""

YHS 300 75 A ]

T T T 1

Shape Dimension code Material Dimension difference ‘—i R |

(2) SHAPE —

TYPE AL A B C D E le Ae \Y,
YHS300-35 79 25.9 16.5 12.7 13.2 3.56 5.92 806 4.61
YHS300-75 147 25.9 16.5 12.7 13.2 3.56 5.92 806 4.61
YHS300-75A 147 25.9 16.5 12.7 13.2 3.56 5.92 806 4.61
YHS300-35A 926 25.9 16.5 15.9 13.2 3.56 5.92 1.01 5.77
VHS300-75A 170 25.9 16.5 15.9 13.2 3.56 5.92 1.01 5.77
HSA00. 75AA 179 25.9 16.5 15.9 13.2 3.56 5.92 1.01 5.77
LSAnn AER 1 25.9 16.5 19.1 13.2 3.56 5.92 1.21 6.92

25.9 16.5 19.1 13.2 3.56 5.92 1.21 6.92
YHS300-758 208
e 25.9 16.5 19.1 13.2 3.56 5.92 1.21 6.92
SRR 25.9 16.5 22.2 13.2 3.56 5.92 1.41 8.06
YHS3O0-35€C 24
25.9 16.5 22.2 13.2 3.56 5.92 1.41 8.06
YRS SUL-75C ° 25.9 16.5 22.2 13.2 3.56 5.92 1.41 8.06
2572
TRSSUU/OAC 38.1 24.2 19.1 19.4 5.21 8.71 1.78 15.1
YHS400-75 22l 38.1 24.4 25.4 19.4 5.21 8.71 2.37 20.1
YHS400-75A 286 38.1 24.4 31.8 19.4 5.21 8.71 2.96 25.2
YHS400-758 335 38.1 24.4 38.1 19.4 5.21 8.71 3.56 30.2
YHS400-75C 371
TYPE A B D E L
YHS300-YHS400 0.35 0.35 0.10 0.10 0.50

U TYPEIRON POWDER CORES
(1) ORDER CODE

YHS 300 75 A

T T T T

Shape Dimension code Material Dimension difference |‘_ B _'I 1

! | F
A G i
(2) SHAPE T
TR -
SIZE TOLERANCE m m
TYPE AL A B C E F G le Ae \Y
YU61-75 71.0 15.5 22.9 6.35 13.0 4.95 5.33 5.66 315 1.81

VUBO-35 424 20.3 31.8 6.35 18.1 6.35 7.62 7.87 403 3.18

VU075 110 20.3 31.8 6.35 18.1 6.35 7.62 7.87 403 3.18

YU80-22 375 20.3 31.8 6.35 18.1 6.35 7.62 7.87 403 3.18

UB0-60 0n0 20.3 31.8 6.35 18.1 6.35 7.62 7.87 403 3.18

ViR 7EA nn 20.3 31.8 6.35 18.1 6.35 7.62 7.87 403 3.18
SIZE TOLERANCE m m

TYPE A B C E F G

YU61-YUSO 0 .25 0 .25 0 .25 0 .25 0 .25 0 .25
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| TYPE IRON POWDER CORES

(1) ORDERING CODE
M| 36.1

M40
Shape Outiside Dia Material Differencg Height

A

(2) SHAPE
TYPE AL ODI OD2 ID T L W
YI36.1-40 85 36.10 12.70 4.37 3.96 23.80 1.84
YI36.1-40A 60 36.10 12.70 4.37 3.96 33.30 2.95
YI146.9-40 100 46.90 15.90 5.56 4.75 31.80 3.43
Y146.9-40A 80 46.90 15.90 5.56 4.75 41.30 4.90
Y163.5-40 130 63.50 12.10 6.60 4,75 34.90 5.66
Y163.5-40A 95 4350 19.10 6.60 475 4740 849
SIZE TOLERANCEmM m
TYPE OD1 OD2 ID L T
0 .00 0 .00 0 .10
YI36.1-YI63. . .
36 63.5 0 .25 0 10 0 .00 35 0 .35
HOLLOW IRON POWDER CORES CORES
(1) DRDERING CODE
YH 7.95 40 A
T T T T 1
Shape Outiside Dia Material Difference Height @ i
1D OD
(2) SHAPE I ‘ L ‘
TYPE oD ID L
YH7.95-40 .312/7.95 .137/3.48 .750/19.1
YH12.7-40 .500/12.7 172/4.37 .688/17.5
YH12.7-40A .500/12.7 172/4.37 1.064/27.0
YH12.7-408B .500/12.7 172/4.37 1.375/34.9
YH15.92-40 625/15.9 219/5.56 200/22.9
YH15 Q-40A 625/15.9 219/5 54 Q55/24.3
VH15.9.408 4625/15Q 21Q/5 54 1.250/31.8
YHIH5-9-48C 625(5-9 2194556 3361338
YH9 =46 7501191 260616766 =086/27-4
YHTO T-20A 750791 2601660 5007381
YHT9.T-40B /507191 .260/6.60 1.580/40.1
SIZE ¥8EI:5R£_I\?8E m m 1.000/25.4 .250/6.35 1.000/25.4
TYPE OD ID L
0 .00 0 .10
YH7.95-YH25.4 0 .10 0 .00 0 .25
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PLAIN IRON POWDER CORES

(1) ODERING CODE

YP 3.45 M40 A

Shape Dimensions Material  Height Difference

|
(2) SHAPE Q OID ‘._ L 4.{

TYPE OD ID L
YP3.45-40 7.6 .136/3.45 775/19.7
YP4.83-40 12.5 .190/4.83 .750/19.1
YP6.35-40 16.0 .250/6.35 .750/19.1
YP6.35-40A 16.0 .250/6.35 1.000/25.4
YP4.48-40 15.0 255/6.48 1.250/31.8
YP7 95-40 200 313/7.95 1.000/25.4
YR7-Q640A 20-0 3395 +266/3+38
¥P9-53-46 2575 3751953 6661254
YPO 53404 2675 3751953 25073178
YP7.03-4UB 20.0 .3/0/7.53 1.500/38.1
YP9.53-40C 22.5 .375/9.53 1.750/44.5
YP12.7-40 34.5 .500/12.7 1.250/31.8
YP12.7-40A 33.0 .500/12.7 1.500/38.1
YP12.7-40B 32.0 .500/12.7 1.750/44.5
YP12.7-40C 31.0 .500812.7 2.000/50.8
YP15.9-40 37.5 .625/15.9 1.250/31.8
YP15.9-40A 41.5 .625/15.9 1.500/38.1
YP19.1-40 49.5 .750/19.1 2.375/60.3
YP25.4-40 80.0 1.000/25.4 2.000/50.8
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Metallic powder core
Specification Q/BD06-2000

Specification Q/BD07-2000

Material FeNi50
Material FeNi50
T3H 078
Material D;gsion Permeability 1 5% 60
Charact. FactorQ 20
oD+
| Temp .coeff .(ppm/) 3 00
4-R(D/20) DO .3 Density (g/cm’) 7.6
~ | |/ Color Blue
/ 2 Bs(Gs) 13000
i Inductance coeff. Toler 1 5%
NO . TYPE A oD ID Ht Le Ae Ve
1 T3H 078 24.0 7.80 3.84 3.25 1.84 0.060 0.110
2 T3H 095 21.0 9.53 5.21 3.25 2.31 0.064 0.147
3 T3H 112 28.0 11.20 5.82 4.04 2.68 0.099 0.266
4 T3H 127 27.0 12.70 7.70 4.83 3.19 0.112 0.358
5 T3H 127A 35.0 12.70 7.70 6.35 3.19 0.148 0.471
6 I3H 152 41.0 15.20 853 5.94 3.74 0.187 0.699
7 13H 175 35.0 17.50 Q.40 4.83 4.23 0.179 0.759
8 T3 175A 430 17 50 9 40 6.35 423 0.235 0.995
9 F3H262 346 2626 +2-66 635 514 8231 +196
6 F3H230 4370 22799 24700 76 5778 07330 960
T TSH 230A 520 27290 T4.00 953 5.78 0.395 2,280
T2 T3H 239 46.0 23.90 T74.20 7.92 5.97 0.362 2.760
13 T3H 270 77.0 26.90 14.50 11.10 6.49 0.659 4.280
14 T3H 330 64.0 33.00 19.80 11.10 8.28 0.698 5.780
15 T3H 360 56.0 35.90 22.40 10.50 9.14 0.674 6.160
16 T3H 399 79.0 39.90 24.10 14.50 10.10 1.060 10.700
17 T3H 445 90.0 44.50 27.20 16.50 11.20 1.340 15.000
18 T3H 467 126.0 46.70 24.10 18.00 11.20 1.880 21.000
19 T3H 508 74.0 50.80 31.80 14.00 13.00 1.270 16.400
20 T3H 560 66.0 56.00 32.00 10.00 13.80 1.200 16.600
21 I3H 572 73.0 57.20 35.70 14.00 14.60 1.420 20.700
22 T3H 435 192 0 63.50 31.80 25 40 15.00 3840 57 400
23 T3H 772 64.0 77.20 49.00 12.70 19.80 1.680 33.400
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Metallic powder core Specification Q/BD08-2000

Material FeNi50 Material FeNi50
T4H 067
Material Dirmension Permeability 1 5% 125
Charact. FactorQ 5
oD *0®
| Temp .coeff .(ppm/) 3 00
4-R(D/20) DO .3 Density (g/cm’) 7.6
~ | |/ R Color Blue
/ Dl Bs(Gs) 13000
i Inductance coeff, Toler 1 5%
NO . TYPE Al oD ID Ht Le Ae Ve
1 T4H 067 55.0 6.70 3.00 3.00 1.52 0.055 0.084
2 T4H 078 51.0 7.80 3.84 3.25 1.84 0.060 0.110
3 T4H 085 66.0 8.50 3.50 3.30 1.88 0.080 0.155
4 T4H 095 44.0 9.53 5.21 3.25 2.31 0.064 0.147
5 T4H 104 61.0 10.30 5.00 3.50 2.40 0.093 0.223
o) T4H 112 58.0 11.20 5.82 4.04 2.68 0.099 0.266
7 T4H 127 550 12.70 7.70 4.83 319 0.112 0.358
g FAH 274 736 }2-76- 770 635 349 0448 0471
9 FAH152 836 +5-26 8-53 594 374 B-187 8699
16 fAH—175 7670 756 946 4783 4723 0179 0759
T TZH T75A 90.0 7.50 9.0 6.35 1723 0.235 0.995
12 T4H 180 9T1.0 18.30 9.00 5.50 4.27 0.250 1.096
13 T4H 180A 104.0 18.30 9.00 6.40 4.27 0.285 1.275
14 T4H 202 71.0 20.20 12.60 6.35 5.14 0.231 1.190
15 T4H 230 89.0 22.90 14.00 7.62 5.78 0.330 1.960
16 T4AH 230A 107.0 22.90 14.00 9.53 5.78 0.395 2.280
17 T4H 239 95.0 23.90 14.20 7.92 5.97 0.362 2.160
18 T4H 270 1569.0 26.90 14.50 11.10 6.49 0.659 4.280
19 T4H 316 93.0 31.60 18.00 7.1 7.75 0.459 3.550
20 T4H 330 132.0 33.00 19.80 11.10 8.28 0.698 5.780
21 T4H 360 116.0 35.90 22.40 10.50 Q.14 0.674 6.160
22 T4H 399 164.0 3990 2410 14.50 10.10 1.060 10.700
23 T4H- 445 187 0 A4 50 27I'70 1450 11 20 1 340 15 000
24 TAH-467 2636 4679 2416 +8-66 H-26 886 21066
25 T4H-508 5370 50780 3t80 406 3706 270 6400
26 T4H 572 T52.0 57.20 35,70 72700 724760 420 20,700
27 T4H 640 300.0 64.00 40.00 32.00 16.30 3.530 57.900
28 T4H 772 133.0 77.20 49.00 12.70 19.80 1.680 33.400
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Add: F16, Jinyuan plaza, # 57
South hubin, Xiamen, 361004 China.
Tel : (86)592 2295387
(86)592 2217138
Fax: (86)592 2207122
Email: magnetcom@gmail.com sales@magnet-tech.com
www.magnet-tech.com





